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PREFACE TO SECOND EDITION

The second edition to the 'Guidelines for Determining the Capacity of D-Regions with Premature 

Concrete Deterioration of ASR/DEF' in essence is an update of the first edition 0-5997-P 1 (Mander 

et al., 2012a), with findings and improved analysis techniques developed since 2012. The two 

major additions to this edition are Chapters 4 and 5.  

Chapter 4 describes the development of a new minimalistic expansion model that is 

developed for ASR/DEF related expansion in reinforced concrete structures. The proposed model 

provides a method to predict the transient variation of expansion strains that are caused by 

ASR/DEF related expansion in reinforced concrete. Chapter 5 shows the application of the 

expansion model to the C-Beam specimen in detail. Based on the modeled expansion strains, the 

prestrains that need to be applied on the C-STM of a structure to simulate the effects of ASR/DEF 

can be obtained directly. This is markedly different from the recommended values of the prestress 

that were made in the first edition of the guidelines, which still can be used as a simplified first

order analysis, or when sufficient information to develop the expansion model is not available.  

Worked example 1 in the first edition of the guidelines, which was the application of the 

C-STM technique to column bent cap, is not included in this revised edition. That example can be 

seen in Chapter 4 of Technical Report 0-5997-1 (Mander et al., 2012b).  

Any revisions/additional information from the first edition is marked with a vertical side

bar in the left margin. Note that since Chapters 4 and 5 are entirely new, they are indicated by the 

side-bar next to the chapter heading.

xiii
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1. FORWARD

When a bridge engineer encounters a design or analysis problem concerning a bridge substructure, 

that structure will commonly have a mixture of member types, some slender, and some squat.  

Slender members are generally governed by flexure, and normal beam theory should suffice for 

analysis and design. Squat members can often be handled by beam theory too, although nowadays 

designers have a choice and may opt to use strut-and-tie (SAT) models.  

When the structure possesses a mixture of beam (B-) regions and deep or disturbed (D-) 

regions the dilemma facing the structural engineer is: What method should one use for structural 

analysis and design? 

The issue becomes even more murky when a structure already exists, but shows signs of 

damage and deterioration from the effects of Alkali Silica Reaction (ASR), Delayed Ettringite 

Formation (DEF), or other deterioration mechanisms. The engineer is faced with a second 

dilemma: How do deteriorated material properties get incorporated into the analysis? 

It is well-known that the behavior of deep beams or disturbed (or "D") regions in a 

structural system cannot be accurately described according to conventional beam theory alone.  

This is due to the high irregularity of internal stress and strain distributions, accompanied by the 

interaction of flexure and shear. As a result, the coupled flexure and shear analysis of structural 

concrete members, especially deep beams, have been a contentious issue to both researchers and 

structural engineers for decades.  

Conventional U.S. design standards for D-regions have historically been based on 

empirically derived expressions. The concept of strut-and-tie modeling (SAT) was first introduced 

as a method of strength design in the AASHTO LRFD Bridge Design Specification (2010) in 1994, 

and the ACI 318 Building Code Requirements for Structural Concrete (2011) in 2002. However, 

as a SAT model only satisfies force equilibrium and is intentionally formulated as a lower bound 

(plastic) solution, the critical mode of failure (i.e., element or nodal failure) is often illusive to the 

designer. Thus the ultimate failure mechanism might lead to an undesirable brittle collapse when 

imposed to overload scenarios.
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Current nonlinear shear analysis models for structural concrete deep beams are generally 

complicated to use and have limited applicability or appeal to practicing engineers. Clearly, it is 

desirable to have a model that is derived from rational mechanics and validated with experimental 

evidence that can be implemented into commercially available structural analysis software.  

Therefore, a Compatibility Strut-and-Tie Model (C-STM) that is intended for the nonlinear 

analysis of shear critical reinforced concrete structures is presented.  

These guidelines seek to demystify the above mentioned dilemmas. More specifically, 

guidelines are presented for determining the capacity of D-regions without and with premature 

concrete deterioration, in particular ASR and DEF effects.  

In many cases either beam theory, or SAT methods should suffice in assessing the strength 

and safety of bridge substructures with or without ASR/DEF effects. However, as a supplementary 

analysis tool the C-STM approach can be used to augment the design process by accurately 

assessing the force-deformation response and nonlinear failure modes of deep beams with small 

span to depth ratios or D-regions.
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2. ANALYSIS SCHEMA 

2.1 SCOPE 

This section presents the analysis methodology to be followed for the analysis of the structural 

capacity of bridge piers. The flowchart shown in Figure 2-1 depicts the procedure and the 

branching decision points that either terminate the analysis or trigger additional analyses to provide 

additional insights into expected behavior of bridge piers.  

2.2 STAGE 1:: ANALYSIS USING BEAM THEORY 

As a first step in the analysis of a bridge pier as shown in Figure 2-2, it is assumed that flexural 

plastic hinge forms first, and the analysis is conducted based on flexural bending theory. The steps 

in this analysis technique can be summarized as described in the following steps: 

Step 1: Determine first yield flexural capacity, M .  

Calculate the beam yield moment (M') at first yield of longitudinal steel given by: 

M =C (d -d')+C,(d -kd / 3) (2-1) 

in which d = depth to the centroid of tensile reinforcement from the extreme compression fiber; 

d'=depth to the centroid of compression steel from the extreme compression fiber; 

C, = A' f, when f, s; f and Cc = 0.85f' ab where A' =the area of compression reinforcement; 

f,= stress in steel corresponding to strain c, ; f, = yield stress of reinforcing steel; f' = concrete 

compressive strength; b = breadth of the section; and k is the elastic compression zone coefficient 

as given by Park and Paulay (1975): 

k = (p + )2 n2 ( + p' d'd)n+(p+p)n (2-2) 

in which p, = the ratio of tension reinforcement; p' = the ratio of compression reinforcement; 

and n = the modular ratio of steel to concrete.
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The externally applied load that causes first yield is given by:

Pb =M /L (2-3) 

where Lb =distance from the point of application of the load to the face of the column.  

Step 2: Determine nominal flexural moment, M.  

The flexural moment (M' ) of the beam is calculated as: 

M =CS(d -d')+C,(d -a / 2) (2-4) 

in which a = Alc is the depth of the equivalent rectangular stress-block for which c is the neutral 

axis depth and #, = the equivalent rectangular stress-block parameter given as: 

0.65 / = 0.85 -0.05 (fe' (ksi) -4) 0.85 (2-5) 

Step 3: Determine externally applied load based on flexure, P<.  

Based on the flexural capacity (Mf), the externally applied load ( P) is determined: 

Pf = M4 / L (2-6) 

Step 4: Determine beam shear capacity, V,.  

The shear capacity (V,) of the beam is computed as: 

V" =V, + + (2-7) 

in which V, = component of shear carried by prestressing tendons, if any; V, = shear carried by 

steel; and Vc =shear carried by concrete given by: 

Vc = 0.0316 bd, (2-8) 

where f1' = concrete strength in ksi units; b, = section web width across shear plane; dv = 

effective shear depth taken as d, = jd or not less than the greater of 0.9d (where d =effective 

depth), or 0.72h (where h =overall depth).  

For sections with steel transverse to the longitudinal axis of the member (a = 90'), the 

shear carried by the hoops and /or cross ties is given by:
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d 
V, = A, , cotO (2-9) 

S 

where A, = cross-sectional area of hoopset; s = hoopset spacing; and 0= shear crack angle 

inclined from the longitudinal axis.  

AASHTO LRFD (2010) specifications permit P3and 6 in Eq. (2-8) and (2-9) to be 

calculated by one of the following two methods: 

Method 1: Simplified Procedure 

For reinforced (non-prestressed) concrete members, values of /3= 2.0 and 0= 450 can be used.  

Thus, the shear carried by concrete is the same as the well-known historic ACI-318 (2011) method.  

Method 2: General Sectional Procedure 

This method is based on the simplified version of the Modified Compression Field Theory (MCFT) 

(Bentz et al., 2006). In this method the parameters 6 and 0 can be determined as described below.  

For sections containing the minimum amount of transverse reinforcement as specified in 

AASHTO LRFD (2010), /3is determined as: 

4.8 (2-10) 

1+750ES 

where e, = net longitudinal tensile strain in the section at the centroid of the tensile reinforcement 

determined as explained later.  

For sections that do not contain the minimum amount of shear reinforcement as specified 

in AASHTO LRFD (2010), /3 is determined as: 

4.8 51 (2-11) 

(1+750es) (39+s,,) 

where sxe = the crack spacing parameter is given by: 

1.38 (-2 
12.0(in.) sxe = s .3 80.0(in.) (2-12) 

ag +0.63
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where ag = maximum aggregate size in inches; s = the lesser of either d, (effective shear depth) 

or the maximum distance between layers of longitudinal crack control reinforcement, where the 

area of the reinforcement in each layer is not less that 0.003bs.  

The crack angle 0 for any of the above cases is given by: 

0 = 29+3500s, (2-13) 

In Eqs.(2-10), (2-11), and (2-13), c, can be determined from the following expression: 

d"JWK +0.5N+V -V -Af>(2-14) 

s EAs,+ E, Ap 

where IM |= factored moment, not to be taken less than I V - V d,; V = factored shear force; 

V, = component of shear carried by prestressing tendon; N = factored axial force taken as 

positive if tensile and negative if compressive; A = area of non-prestressing tensile steel; A, = 

area of prestressing steel on the flexural tension side of the member; f,0 (pre-tensioned members) 

= stress in strands when concrete is cast around them, and f,0 (post-tensioned members) = 

average stress in the tendons when the post-tensioning is completed, or for usual levels of 

prestressing f,0 = 0.7fu for both pre and post-tensioning; f, =ultimate stress in the prestressing 

tendon; E and E, = modulus of elasticity of reinforcing steel and prestressing steel respectively; 

and As = area of reinforcing steel.  

Step 5: Check strength hierarchy.  

Once the externally applied load based on flexure (Pf) and the shear capacity (VS) are calculated, 

the strength hierarchy can be determined based on:
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IF #J/S > pJ 

THEN shear has a measure of reserve capacity and the beam should fail in flexure.  

IF #'V" < Of PJ 

THEN the factored shear capacity may be insufficient leading to a shear failure of 

the bridge pier.  

In the above , = 0.90 and Of = 0.90 are the strength reduction factors for shear and flexure, 

respectively, as per AASHTO LRFD Bridge Design Specifications (2010).  

Step 6: Determine the shear capacity of the beam-column joint regions.  

For the beam-column joint regions in bent caps the joint shear capacity needs to be determined in 

the direction in which the shear steel (hoopsets) is oriented. Thus, the vertical joint shear (V,) 

determined from the shear force diagram (Figure 2-2) of the bridge bent cap can be transformed 

(if necessary) as follows: 

h (2-15) 
jh he k i 

in which hb and h are the overall depth of the beam and column, respectively.  

The joint capacity can be assessed as: 

V=arch truss (2-16) 

where Varch = shear carried by the corner-to-corner diagonal concrete arch (defined later); and 

V,,us = Z A , = ithe shear carried by the hoops and/or cross ties, in which I As = the total area 

of steel given by all hoops/ties within the joint region.  

There is a parabolic distribution of stress in the corner-to-corner arch in the beam-column 

zone which can further be simplified as shown in Figure 2-3a and b. From Figure 2-3c, 

V = P sina . The tctal tensile force across the arch equals P / 2 = (jd / sina)b f' , which implies 

the shear contribution from the corner-to-corner joint arch is given by:

9
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Varch =0.253J' (ksi)bjd = 8f,' (psi)bjd (2-17) 

taking f,= 0.126 fc'(ksi) = 4Jf;c(psi).  

For the beam-column joint to be safe in shear the following should be satisfied: 

$1V1 > V, (2-18) 

From the above analysis, if it is determined that the beam has a measure of reserve capacity 

then the analysis can essentially be stopped at this point. However, if either the beam or the beam

column joint is a shear critical section, then further investigation is warranted. In such a case, or 

when required by the code, the strut-and-tie technique of analysis can be used for further analysis, 

which is discussed in the next section.  

2.3 STAGE 2: STRUT-AND-TIE ANALYSIS 

The strut-and-tie modeling technique is a lower bound plastic truss model that is particularly useful 

for design. It can also be adopted for strength analysis, and may be particularly useful for structures 

that possess stocky members and a significant number of D (disturbed) regions. Using an SAT 

approach, a structure with D-regions is modeled as a truss, which consists of three types of 

elements: struts, ties. and nodes. Struts represent concrete that carries compressive loads while 

tensile loads are carried by ties representing steel reinforcements. Struts and ties intersect at nodes.  

Nodes are labeled by the element forces intersecting at the nodes; "C" represents compression 

while "T" stands for tension. Based on the type of member forces at the node, the nodes can be 

classified as CCC, CCT, CTT, and so on.  

The truss geometry of the strut-and-tie model is based on the direction of stress flow in the 

D-region. The ties are aligned along the reinforcement layout, whereas the struts are oriented based 

on the compressive stress flow trajectories. It is also reasonable to determine the truss geometry 

based on the cracks that can be seen on a structural member as illustrated in 

Figure 2-4b.  

Once the truss geometry is determined, the nodal geometries must be established in order 

to calculate the stresses on each of the nodal faces. These calculated stresses must not exceed the 

allowable stresses for each nodal face. The nodes can be proportioned either as a hydrostatic node

11



or as a non-hydrostatic node. In a hydrostatic node the principal stresses are equal on all sides of 

the node; hence the ratio of each nodal face is directly proportional to the force being applied to 

the nodal face. However, often the nodal dimensions are inconsistent with the beam details such 

as the location of the reinforcement and depth of the flexural compression zone. In the case of non

hydrostatic nodes the stresses applied to each nodal face is different as the node is sized based on 

the beam details. As a result of this the nodal geometry is synchronized with the beam details.  

Additionally, higher values of shear span-to-depth ratio can also lead to unrealistically large struts 

in the case of hydrostatic nodes.  

Based on the above concepts, a strut-and-tie model for a cantilever bent and a straddle bent 

are shown in Figure 2-4. The forces in the truss elements can be determined by a simple truss 

analysis. The stresses in each of the truss elements and nodes are then checked against the 

allowable stresses.  

The allowable concrete compressive stresses on the nodal face depend on the type of node.  

The allowable stresses in the nodal regions are defined as follows: 

For CCC nodes f, = 0.85fc' 

CCT nodes fe = 0.75fc' (2-19) 

CTT nodes fe, = 0.65fc' 

The limiting compressive stress within a strut (fcu ) is given by: 

O.=ff0 '(2-20) 
0.8 +170, 

in which el = principal tension strain given by: 

C,= C, + (, + 0.002) cot2as (2-21) 

where c, = tensile strain in the direction of the tension tie; and a, = the smallest angle between 

the compressive strut and adjoining tension tie.  

The nominal resistance of a strut/node is given as: 

P = fcuAc (2-22) 

where Ac, = effective cross-sectional area of the strut/node.

12
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The nominal resistance of a tension tie is given by: 

P, = fA,+ A, [fpe+fy] (2-23) 

where f, =yield strength of reinforcing steel; A, = area of reinforcing steel in the tension tie; 

A,, = area of prestressing steel; fpe= stress in prestressing steel after losses.  

A generalized stepwise procedure on how to build a strut-and-tie model for a bridge pier 

as illustrated in Figure 2-4 is as follows.  

Step 1: Determine the truss and node geometry.  

The first step in doing a strut-and-tie analysis is to determine the geometry of the truss and the 

nodes. The width of the compression chords in the column and the beam can be determined based 

on the depth of the triangular stress-block or the equivalent rectangular stress-block. The base of 

the CCC node can be proportioned based on the externally applied load that causes beam flexure 

(Pf ) and the vertical component of shear in the beam-column joint (V,). The width of the CCT 

node is taken to be equal to the width of the bearing pad, and the CTT node is dimensioned based 

on the bending radius of longitudinal reinforcement. The struts can be drawn based on the 

dimension of the nodes. This will also provide the inclination angle of the diagonal struts.  

Step 2: Solve the determinate truss.  

It is assumed that the beam tension steel yields, that is, T = 4,f,. Considering equilibrium of 

forces at the nodes, the forces in all the members of the truss can be determined.  

Step 3: Determine critical node.  

The critical node can be determined based on the nodal strength of each of the nodes. Based on 

the nodal dimensions and the allowable stress (Eq. 2-19), the nodal capacity can be determined.  

Based on this information the critical node is identified.
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Step 4: Determine shear demand.

The shear demand on the bridge pier can be determined based on the most critical strut/tie or nodal 

zone.  

Though the strut-and-tie modeling technique is an efficient method of analysis for shear 

critical members, it is observed that there could be inconsistencies or added complexity due to the 

nature of the structure that is being analyzed. Additionally, further difficulties in reaching a 

conclusion are likely, if the factored shear capacity based on SAT analysis is lower than the 

factored capacity from Stage 1 of the analysis even though the nominal capacity from SAT analysis 

is higher. Also, the results of the SAT analysis are based on reasonable assumptions, which could 

lead to varying results depending on the assumptions made.  

This calls for a more advanced analysis technique that adopts the concepts of the strut-and

tie method and gives an idea about the overall behavior of the structure. One such technique, the 

compatibility strut-and-tie modeling, is developed in the next chapter.  

2.4 STAGE 3: ANALYSIS USING COMPATIBILITY STRUT-AND-TIE METHODS 

As mentioned above, strut-and-tie analysis methods are strictly lower bound solutions. Such 

solutions adhere to the principles of equilibrium, but are both silent on and unable to predict 

deformations of the structure.  

2.4.1 Stage 3.1: C-STM Based on Undamaged Material Properties 

To obtain a more holistic view of structural behavior that provides a complete force vs.  

deformation pathway to failure, compatibility of member deformations must be incorporated into 

the analysis. This approach is referred to as the Compatibility Strut-and-Tie Model (C-STM).  

As this approach is relatively new, a complete background and theoretical formulation is 

presented in the next chapter. As the bookkeeping for this class of nonlinear analysis would be 

time consuming, it is suggested that nonlinear structural analysis software (e.g., SAP2000) be used 

for the analysis. In this stage of analysis the undamaged material properties are used in evaluating 

the behavior of the structure.
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2.4.2 Stage 3.2: C-STM Allowing for ASR/DEF Damage and Its Effects

It is well-known that ASR/DEF can cause the concrete to deteriorate. The effects of ASR/DEF on 

the structure can be explained as follows: 

" ASR/DEF effects cause the concrete to swell.  

" This in turn may cause the cover concrete to badly crack and in some cases cause spalling.  

" Meanwhile swelling of the core concrete occurs, but this is constrained in part by the 

presence of longitudinal and transverse reinforcement.  

" Tensile strains that are induced put the reinforcing steel to be in a state of prestress.  

* In turn, this prestress effect, which is similar to adding an axial force, increases the stiffness 

and can slightly enhance the strength of the members most affected by ASR/DEF.  

The effects of ASR/DEF on the structure can be modeled in C-STM by introducing the 

effects of deteriorated cover concrete, concrete core confinement, prestressing forces, and 

modifying the stress-strain relation of steel accordingly.  

Based on an assessment of the extent of damage due to ASRIDEF effects observed in the 

structure, the damage can be categorized into three classes: 'slight', 'moderate', and 'heavy' damage.  

Based on the degree of confinement of core concrete and the extent of weakened cover concrete, 

and their respective contributions to the total area of the compression chord, a weighted average 

concrete compressive strength is determined. In lieu of a more precise analysis to determine the 

extent of expansion and the corresponding amount of prestressing force to be applied on the 

longitudinal and transverse reinforcement, recommended factors can be used for determining the 

prestressing forces based on the extent of damage. A C-STM analysis with the modified properties 

gives the behavior of the structure with ASR/DEF damage.  

Based on the results from the three stages of analysis presented above, the structural 

capacity of the damaged/undamaged structure can be compared to the load demand on the 

structure. Based on these comparisons, acceptability criterion can be set for a structure; this 

constitutes stage 4 of the analysis schema.
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2.5 STAGE 4: ESTABLISH ACCEPTABILITY OF STRUCTURE

Based on the analysis conducted on the structure in the previous three stages, a structural engineer 

must be able to make recommendations and establish the acceptability of an existing structure that 

may or may not be subjected to any form of deterioration/damage. The engineer must be able to 

make acceptability recommendations with respect to: 

(a) The remaining life of the structure: This would essentially give ample time to the state 

DOTs to plan ahead in time on how to deal with the existing structure and/or plan alternate 

strategies.  

(b) Repairs or retrofit: Such remediation can be done in order to strengthen the existing 

structure and give it added service life to enable it to perform as designed.  

(c) Permissible load rating: By limiting the permissible loads on the structure, the service life 

of the structure can be extended.  

The first two stages of analysis, using beam theory and SAT analysis, would give the 

structural engineer just an idea about the maximum load that the structure can withstand before it 

starts to show signs of distress or even fails. However, stage 3 of the analysis (where the C-STM 

technique is adopted) gives the overall force-deformation of the structure, which helps to better 

predict its behavior and make a more definitive engineering judgment on the structure's 

acceptability condition. The C-STM analysis technique will aid the structural engineer to make a 

more accurate educated prediction about the behavior of the structure.  

The different stages of analysis for the C-Beam specimens including the C-STM technique 

is presented in Chapter 6.
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3. COMPATIBILITY STRUT-AND-TIE FORMULATION

It is well-known that the shear resistance in structural concrete elements is resisted by a 

combination of truss and arch action (Park and Paulay, 1975). Truss action is associated with the 

shear resistance provided by the transverse reinforcement (Ritter, 1899; M6rsch, 1909; Dilger, 

1966; Paulay, 1971; Kim and Mander, 1999, 2000, and 2007). Arch action becomes prevalent in 

squat reinforced concrete members, particularly those with wide webs where a direct compression 

load path (arch) exists between the applied load and the supports. These two primary mechanisms 

are further considered in what follows.  

3.1 MODELING TRUSS ACTION 

Figure 3-la illustrates a variable angle crack pattern that typically forms in the disturbed regions 

of a fixed-fixed reinforced concrete deep beam. After the development of first cracking, diagonal 

concrete compression struts are tied together by the longitudinal and transverse reinforcing steel, 

thus resembling a truss. Starting with a differential portion of this truss, Kim and Mander (1999, 

2007) integrated this over the beam length to develop a "continuum truss" model where cracking 

was implicitly smeared in order to obtain the shear stiffness in a numerical form.  

Alternative numerical integration schemes were then considered by Kim and Mander 

(1999, 2007) to model the discrete crack patterns typically observed in reinforced concrete beams 

and are explored further herein. For a fixed-fixed beam, the simplest of these numerical integration 

schemes uses a two-point Gaussian quadrature solution leading to a so-called two-point Gauss 

Truss shown in Figure 3-lb. Note the solid lines represent tension ties (reinforcing steel), and the 

dashed lines represent diagonal compression struts (concrete). Through experimental and 

analytical validation, Kim and Mander (1999, 2007) found the two-point Gauss Truss to be a 

suitably accurate numerical integration scheme for capturing both shear and flexure deformations 

of disturbed regions with fixed-fixed end conditions. Higher order numerical schemes were also 

considered; however the two-point Gauss Truss model has the appeal of being statically 

determinate (due to anti-symmetry).  

By taking only one-half of an anti-symmetric fixed-fixed beam that is represented by the 

two-point Gauss Truss, a statically determinant cantilever remains, which can be represented by a 

so-called Single-Point Gauss Truss. In order to confirm the numerical accuracy of the proposed

19



single-point Gauss Truss, a convergence study of higher order numerical integration schemes was 

conducted. Based on recommendations of Kim and Mander (1999, 2000), the axial rigidities 

assigned to each truss member at the Pth integration point are given by: 

(EA)Ti =WcolEAsh L (3-1) 
S 

(EA)L = '0.5w E-AV (3-2) 
+ tan2 01 

(EA)L = ALEs (3-3) 

in which (EA)T, = axial rigidity of the transverse reinforcement ties (where wi = numerical weight 

factor for transverse reinforcement defined in Table 3-1, E, =Young's Modulus for steel, Ash= 

area of one set of stirrups, L = member length, and s = stirrup spacing); (EA)dl = axial rigidity of 

the diagonal concrete struts (where x, = normalized coordinate of the h integration point, O = 

strut angle relative to longitudinal steel, Ec = Young's Modulus for concrete, A, = bd is the shear 

area of concrete, b, = beam width, and d =the effective depth of the beam from the extreme 

concrete compression fiber to the centroid of the tension steel); and (EA)L = axial rigidity of the 

longitudinal reinforcement ties (where AL = is the sectional area of steel assigned to the 

longitudinal tension tie).  

Table 3-1 presents four different numerical integration schemes that were considered in 

this convergence study: single, two, and three-point Gauss quadrature, and Boole's rule. A 3 ft. by 

2 ft. (900 x 600 mm) cantilevered beam was used as an illustrative example with a span to depth 

ratio of 1, and longitudinal and transverse reinforcing ratios of 0.010 and 0.003, respectively, 

where each integration scheme is depicted at the top of Figure 3-2. The right column of 

Table 3-1 presents the relative elastic shear stiffness (K) of each truss normalized with respect to 

the two-point Gauss Truss. Although some variability between schemes exists, it can be concluded 

that any reasonable integration scheme may be used to provide a satisfactory representation of 

shear stiffness. However, a more in-depth study should be considered to compare the flexure-shear 

interaction between truss models.
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Figure 3-1: Truss Model Idealization for a Fixed-Fixed Beam-Kim and Mander (1999).  

Table 3-1: Convergence Study of Higher Order Truss Models for a Cantilever Beam.  

Numerical . KTruss 

Scheme K 

Single- 1 0.42265 1 
Point 2 0.57735 1 1.0429 
Gauss 

Two-Point 1 0.21132 0.5 1.0000 
Gauss 2 0.78868 0.5 

Three- 1 0.11270 5/18 
Point 2 0.50000 8/18 1.0007 
Gauss 3 0.88730 5/18 

1 0.00 7/90 

Boole's 2 0.25 32/90 
Bule 3 0.50 12/90 0.9371 
Rule 4 0.75 32/90 

5 1.00 7/90
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Figure 3-2 shows the force-deformation response of each truss model normalized with 

respect to the two-point Gauss Truss solution considering the following nonlinear mechanisms: 

(a) flexural steel yielding; (b) transverse steel yielding; and (c) concrete strut crushing. Each truss 

is modeled using well-known commercial structural analysis software SAP2000TM (1995), and 

considers a bilinear stress-strain relationship with 3 percent strain hardening stiffness for steel, and 

an elasto-plastic response with a maximum compression stress of 0.85f for the concrete struts.  

When nonlinear behavior is governed by longitudinal tensile steel yielding 

(Figure 3-2a), the post-yield force-deformation response is ductile. Despite similar yield strengths, 

the single-point Gauss Truss model resulted in a slightly more flexible elastic stiffness than the 

higher order Gauss quadrature truss models. The Boole's truss was the most flexible of the truss 

models and provided slightly lower initial yield strength, but had a similar post yield response.  

When nonlinear behavior is governed by transverse steel yielding (Figure 3-2b), similar 

stiffness results were obtained. However, the post yield stiffness was less than that with 

longitudinal steel yielding. This shows that yielding of the transverse reinforcement can lead to 

large shear deformations with small increases in applied load.  

When nonlinear behavior is governed by strut crushing (Figure 3-2c), the ultimate strength 

had a variation up to 30 percent with the single-point truss giving the largest difference. An elasto

plastic response of concrete was used for illustrative purposes only and does not accurately model 

concrete crushing; hence the response of each was stopped at a ductility of two.  

In summary, for cantilever modeling, the single-point Gauss Truss is evidently a 

sufficiently accurate model for considering the nonlinear flexure-shear interaction relative to the 

higher order truss models when the failure mechanism is controlled by longitudinal and transverse 

steel yielding. However, for mechanisms controlled by strut crushing, a convergence study is 

recommended to ensure the single-point Gauss Truss does not over-estimate the failure 

mechanism.
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3.2 MODELING ARCH ACTION

Arch action consists of a compressive stress field forming a diagonal corner-to-coiner concrete 

strut that is tied back by the longitudinal reinforcement as shown in Figure 3-3a. The strut is 

assumed to have a parabolic stress distribution with a strut width that is proportional to the depth 

and length of the beam as given below (Holden et al., 2003): 

WA= 0.375jd / cosa (3-4) 

This approach is similar to that proposed for coupling beams by Paulay (1971).  

3.3 MODELING THE COMBINED TRUSS AND ARCH ACTION 

Figure 3-3 presents the combined C-STM that is comprised of: (a) arch action acting through the 

center of the beam cross-section; and (b) truss action acting along the outside stirrup legs.  

Figure 3-3c shows the amalgamated response of arch and truss action, where displacement 

compatibility is inherently accounted for such that the two mechanisms work in parallel to one 

another. A method of apportioning the relative contributions of arch and truss action is described 

as follows.  

Different methods of allocating the shear resisting mechanisms have previously been 

proposed based on the following parameters: (i) strength (Paulay, 1971; Kim and Mander, 1999); 

(ii) stiffness (Zhu et al., 2003); (iii) geometry (Hwang et al., 2000); and (iv) the shear span-to

internal lever arm ratio (FIP-Commission 3, 1996). An investigation into the merits of each of 

these strategies was conducted, and the following conclusion was drawn: varying the proportions 

of arch and truss action resulted in minimal differences of the elastic force-deformation response.  

However, significant differences in the nonlinear response of the flexure and shear failure 

mechanisms were observed. Hence to accurately model the flexure-shear interaction, it is 

considered necessary to apportion the arch and truss mechanisms according to the longitudinal and 

transverse reinforcement ratios in order to account for strength and L / jd in order to account for 

geometry.
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An arch breadth scalar 7 is proposed to apportion the section breadth (shown in the cross-

sections of Figure 3-3) and is defined by the following ratio:

V7 nf

(3-5)
VArsh L LJ VArch VTS PL fy + P~f/ 1iCot' a

in which VArch = maximum shear force resisted by arch action that is proportional to the 

longitudinal reinforcement given below; and V~r = maximum shear force resisted by truss action 

that is proportional to the transverse reinforced given as:

Arch - JAL tan pLfbd tan a 

= JyhAshL / s = pfYhbjd cot a

(3-6a) 

(3-6b)

a= the corner-to-corner diagonal angle; pL = AL /bwd is the volumetric ratio of

longitudinal steel to concrete; AL = is the area of longitudinal reinforcement contributing to the 

tension tie; pT = Ash /bws is the volumetric ratio of transverse steel to concrete over one hoop 

spacing; f, = yield strength of the longitudinal steel; fyh =yield strength of the transverse steel; 

and j= (1- d' / d) the internal lever arm coefficient.  

The total shear resistance of the combined C-STM V,,, as shown in Figure 3-3c, can now 

be defined as:

Vu = V + V (3-7)

where VA= is the shear resistance from arch action; and V= is the shear resistance from truss 

action.  

In order to maintain deformation compatibility and equilibrium between the arch and truss 

mechanisms, it is assumed that the section breadth b, is proportioned according to the component 

strength as follows:

VA -b 

Vu bw

VT (1-)bw 

Vu b.
(3-8)
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where qb, = the arch breadth, and (1-7)b, = the truss breadth as shown in the cross-sections of 

Figure 3-3a and b, respectively.  

Figure 3-3d and e illustrates the results of the arch breadth scalar q (Eq. 3-5) when plotted 

against L / jd with varying ratios of transverse to longitudinal reinforcement. As one might 

intuitively expect, this relationship shows that arch action is more prominent in beams with smaller 

L / jd and pT PL ratios, while truss action has more of an effect in beams with larger L / jd and 

PT /PL ratios. Others have made similar conclusions (Hsu, 1996).  

3.4 STRESS AND STRAIN TRANSFORMATION FOR FLEXURAL EQUIVALENCE 

A primary difficulty associated with truss modeling approaches is the limitation of selecting a 

single truss model geometry that captures the full elastic and inelastic force-deformation response.  

For doubly reinforced sections, it is proposed that the longitudinal C-STM flexural chords 

(members 1-3 (compression), and 2-4-5 (tension) in Figure 3-3c) be aligned with the respective 

compression steel centroids so that the internal lever arm is represented as jd = d - d', where d 

and d' are the respective centroids of the tension and compression steel and j= (1- d' / d) is the 

internal lever arm coefficient. A similar approach was used and validated by Kim and Mander 

(1999, 2000) in order to incorporate cyclic behavior. However, because the centroids of the steel 

compression force (Cs) and the concrete compression force (C) may not coincide, it is necessary 

to transform the concrete constitutive material properties accordingly so that the transposition of 

the concrete element force (C) will provide a similar moment in order to satisfy the sectional 

moment capacity throughout the analysis.  

Historically the truss geometry for strut-and-tie models has been mostly based on an elastic 

stress field analysis and typically ignores the presence of compression steel (Hwang et al., 2000; 

Drucker, 1961; Thtirlimann et al., 1983). Other researchers contend that the use of elastic stress 

analysis is inappropriate when assessing the ultimate limit state of a structure due to highly 

nonlinear development of strains associated with D-regions (MacGregor, 1992; Salem and 

Maekawa, 2006; Yun, 2000; Sritharan and Ingham, 2003). The proposed transformation theory 

(described below) provides a method that accounts for both compression steel and the nonlinear 

behavior of concrete compression chord element in accordance with standard stress-block analysis
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that is incorporated over the entire range of loading. Figure 3-4a illustrates a standard flexural 

stress block analysis preformed on a doubly reinforced concrete section, assuming plane sections 

remain plane purely for the purposes of defining the concrete compression force, where the 

concrete tensile strength is assumed as zero. The neutral axis depth c can be defined such that 

c = kd , where k is the elastic compression zone coefficient given by Park and Paulay (1975) as: 

k = 1(pL + p')2 n2+2(p + p' d'/d)n+(pL+pi)n (3-9a) 

For column members an additional modification is made to allow for the axial force given by 

Eq. (3-9 b) (Arnold, 2004).  

k = pL + + P2 2PL +P + +( Pj) -rPL +(3-9b) 
f,'Ibd) f,( d ) f,'bd)f, ) I'bd) f, 

where d = the effective depth of the beam from the extreme concrete compression fiber to the 

centroid of the tension steel; d' =the depth from the extreme compression fiber to the centroid of 

the compression reinforcement; p = the ratio of tension reinforcement; p'= the ratio of 

compression reinforcement; n = the modular ratio of steel to concrete; b = the section breadth; 

= concrete compression strength; and P = axial force plus prestressing force (if any).  

Because the C-STM compression chord member is located at the steel centroid, a 

transformation of the concrete stress block force Cc is required to convert it to an equivalent 

C-STM force that coincides with C-STM compression chord member. Section equilibrium 

requires: 

P =(C,+C*)-T (3-10) 

in which P = the applied axial load (P =0 for beams); T = AE,, (where A, = representative 

area of longitudinal tension steel, and e, = tensile steel strain); C, = A'Ec,' (where A' = 

representative area of longitudinal compression steel, and c' = compression steel strain); and CC* = 

transformed concrete force discussed below.
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The effective concrete strain c; measured by the C-STM chord member can be defined 

in terms of the extreme compressive concrete strain using the strain compatibility relationships: 

s;=s = eii-+)(3-11) C -CS- C ( kd) 

Hence, the concrete compression force can be expressed in terms of equivalent concrete stress 

block and related to .' = c; as follows: 

Cc =a8f'(kd.b) = c EcAc (3-12) 

in which a8 = the stress block parameters used to define the equivalent stress block, where a = 

effective average concrete stress ratio, and / = effective stress block depth factor; f'= concrete 

strength; Z = C-STM concrete compression chord strain; V/ = a compatibility correction scalar; 

and AC = kd b is the area assigned to the concrete chord element.  

Rearranging Eq. (3-12) and substituting Eq. (3-11), the compatibility correction scalar can 

be expressed as: 

a)_ f,' ap6 (3-13) 
c; E, (1 - d'lkd) xn 

in which x = c, /sC is the normalized concrete compression strain at the extreme compression 

fiber; ce, = 0.002 for unconfined concrete; and n = Eccc/f (where Ec = 60000 f'(psi) 

5000 f'(MPa) is the initial tangent modulus) (Mander et al., 1988).  

The only remaining unknown variables in Eq. (3-13) are ap8 and the nonlinear strain, x.  

The nonlinear relationship between these two stress block variables is shown in Figure 3-4b 

(Karthik and Mander, 2011), where a tri-linear relationship is used to approximate the stress block 

parameters. The key stress-strain parameters for obtaining the concrete chord members 

constitutive relationship can be obtained through a direct axis transformation as shown in 

Figure 3-4c: where stress is a function of a/i f', and the strain is a function of x ec , as derived 

from Eq. (3-13). The transformed constitutive relation used for concrete chord members is then
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derived by substituting appropriate values of f' and (1- d' / kd) into Figure 3-4c. An application 

of this is presented later.  

A similar analysis for singly reinforced beams may be applied where the location of the 

compression chcrd member can be defined as follows. For members that do not exceed the elastic 

limit in the concrete compression stress block, the internal lever arm may be defined such that 

jd = d - kd /3 (where k = the elastic compression zone coefficient defined in Eq. 3-9). For 

members that do exceed the elastic stresses, a more appropriate representation of the internal lever 

arm may be defined using an ultimate limit state analysis such that jd = d - plc / 2 (where A is 

the standard code-based stress block factor, and c is the neutral axis depth calculated by satisfying 

section equilibrium).  

3.5 C-STM GEOMETRY AND AXIAL RIGIDITY ASSIGNMENTS 

The C-STM shown in Figure 3-3c can be adapted for any deep beam or disturbed region and 

modeled using structural analysis software. Each member in the C-STM is comprised of two 

elements that model the individual behavior of steel and concrete in that member. The two 

elements are constrained together in order to give the combined steel-concrete response. The 

C-STM requires the following parameters to be defined in order to model the constitutive behavior 

of truss members: (i) truss geometry to define the member force; and (ii) axial rigidities of the steel 

and concrete elements to define elastic deformations.  

3.5.1 Truss Geometry 

As previously discussed, the primary difficulty associated with accurate truss modeling is the 

limitation of selecting a single truss model geometry that captures the force-deformation over a 

range of both elastic and inelastic response. The truss geometry is defined by first locating the 

node coordinates for the compression and tension chord members. This is done in accordance with 

the foregoing section, where the location of the compression chord member varies for doubly and 

singly reinforced sections.  

The horizontal coordinates of the boundary nodes are either defined by: (i) an applied 

load/bearing support (i.e., Node 5 in Figure 3-3c is defined by the centroid of the applied load);
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or (ii) at the intersecting lines of thrust from the beam and column members (i.e., Node 1 in 

Figure 3-3c is defined at the intersection of the compression steel in the beam and supporting 

column represented as a fixed boundary). The transverse tension ties in the truss mechanism are 

then located according to the selected numerical truss as defined in Figure 3-2 (i.e., Nodes 3 and 

4 in Figure 3-3c are defined by single-point Gauss quadrature).  

3.5.2 Axial Rigidity 

For each C-STM member, the expected composite steel-concrete response is modeled using 

separate elements for steel and concrete, respectively. Each element is assigned elastic axial 

rigidities as specified in Table 3-2, where the member numbers refer to Figure 3-3c. Some 

comments on Table 3-2 follow.  

For tension chord members (row 1 of Table 3-2), the presence of longitudinal distribution 

steel along the web may be accounted for by using an effective steel area: 

A = (3-14) 
d 

where A = the total area of longitudinal plus distribution reinforcement acting in tension; d = 

the effective depth to the centroid of A; and d = section depth to the longitudinal tension 

reinforcement.  

For tension and compression chord members (row 1 and 2 of Table 3-2), the concrete area 

is assumed to be the same so that cyclic effects can to be accounted for, if necessary.  

For transverse truss members (row 3 of Table 3-2), the total area of transverse 

reinforcement is evaluated as the number of hoops actively participating in the truss mechanism 

Nh , where Nh = int [Ls -1] is the number of hoopsets. Also, the effective tension area of concrete 

for the transverse tie is taken as twice the cover depth (ce) plus the stirrup hoop diameter (dh), 

multiplied over the length of actively participating hoops (Nhs ), thus defining the area of concrete 

surrounding the stirrup legs.
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Table 3-2: Elastic Truss Member Axial Rigidities.  

Steel Concrete 
Member E A E A Comments 

2-4 Es E b.kd Tension Chord 
4-5 

1 -3 E, A YIE b.kd *Compression Chord 

t Active Hoop steel 
3 -4 Es NhAsh Ec (4c + 2dh )Nhs including tension 

stiffening effect 

1 - 5 - -0.375 
qi bjd Concrete Strut in Arch 

cos a Mechanism 

0.5(1- r7)bjd Concrete Strut in Truss 
1 -4 - - 0.423 + tan2 a Mechanism 

0.5(1 -77)bjd Concrete Strut in Truss 
3 -5 - - 0.577+ tan2 a Mechanism 

. f'(psi) f '(MPa) 
SsE= strain compatibility coefficient = 168(1- d'/ kd) 14(1- d'/ kd) 

In lieu of a more precise analysis it is recommended that q/E= 0.6 
T Nh = int [L/ s-1] is the integer part of active hoops in truss mechanism

For the concrete arch member (row 4 of Table 3-2), the strut width is given by Eq. (3-4) 

and is multiplied by the apportioned arch strut width r7b, to obtain the strut area.  

For the concrete strut members in the truss mechanism (row 5 and 6 of Table 3-2), the strut 

width is defined using Eq. (3-2) (Kim and Mander, 1999, 2000), where the normalized coordinate 

of the ith integration point xi is taken as 0.423 and 0.577 (in accordance with 

Table 3-1) for the concrete elements 1-4 and 3-5, respectively. These are multiplied by the 

apportioned truss strut width (1- i)b, to obtain the respective strut areas.  

3.6 ELEMENT CONSTITUTIVE MATERIAL RELATIONS 

The elastic parameters of the C-STM model are defined by the truss geometry and axial rigidities.  

In order to define the strength of each element, nonlinear constitutive material relationships for 

cracked reinforced concrete are applied as follows.
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3.6.1 Reinforcing Steel

For simplicity, the reinforcing steel is approximated using a bi-linear stress-strain relationship with 

3 percent strain hardening beyond yielding. Where necessary, a more accurate material model may 

be applied in order to allow for bond slip or where a bilinear slope does not provide suitable 

accuracy.  

3.6.2 Diagonal Concrete Struts 

From the works of Vecchio and Collins (1986), Mau and Hsu (1987), and Hsu and Zhang (1997) 

it is well-known that the compression strength of diagonal concrete struts in reinforced concrete 

beams and panel elements is reduced as a result of the tensile strain acting orthogonal to the 

compression strain. This concrete softening phenomenon was investigated by Collins and his 

research group; one rendition of their work is modeled by the following relationship (Vecchio and 

Collins, 1986): 

2 ,max = 1 <1.0 

C 0.8+0.34 61,(3-15) 

Cco 

where = the softening coefficient; f2 ,m = the 'softened' concrete strength; ec = the principal 

compression strain typically taken as 0.002; and el = the principal tensile strain acting 

perpendicular to compression strut.  

This relationship is typically incorporated in each step of a hand analysis, or directly 

embedded into a nonlinear Finite Element Modeling (FEM) formulation where the softening 

coefficient is continuously updated to satisfy equilibrium (Rots et al., 1985). However, when 

applying this in commercial structural analysis software (such as SAP2000TM, 1995), the user is 

restricted to the initial input parameters and hence a more direct approximation is required.  

Accordingly, Eq. (3-15) can be conveniently recast as: 

1 

1+ -,-0.0012 (3-16) 
36cO
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where (*) are Macaulay brackets, and the value 0.0012 can be thought of as a fracture strain such 

that only when el > 0.0012 the concrete softens. The strain ci can be assessed from dummy strain 

elements (with EA=1) perpendicular to the diagonal concrete struts as described later.  

Vecchio and Collins (1993) and Belarbi and Hsu (1995) conducted extensive experimental 

studies to investigate the behavior of softened concrete. Based on the compression softening data 

obtained from panel test results (Vecchio, 2000) presented in Figure 3-5a the softening coefficient 

can be represented by: 

1 
(= (3-17) 

1-0.25(81/82) 

where c2 = the compression strain (negative) in the diagonal member. The strains el and C 2 can 

be obtained from the C-STM analysis.  

In comparing the experimental force-deformation results of C-Beam Specimen 3 with 4 

(Mander et al., 2015), it was evident that there needs to be a simple method to discriminate between 

softened confined and unconfined concrete. Unconfined softened concrete occurs where there is 

an absence of completely enclosed or hooked hoops around a badly damaged concrete section 

which results in large transverse strains. It is proposed to distinguish between confined and 

unconfined softened concrete by the two different softened concrete models shown in 

Figure 3-5b.  

The softened constitutive relations for the diagonal concrete struts can now be defined by 

modifying the Mander et al. (1988) model to reduce the concrete stress and strain given by: 

( f' xr 
fc = f(3-18) r -1+xr 

in which (f'= softened concrete stress; x = ce /({C is the softened concrete strain coefficient 

(where cc, = 0.002); and r = Ec / (Ec - Esec) (where Esec = fc'/cc ). The softened concrete stress

strain relationship can be approximated as a linear response as shown in Figure 3-5b.  

3.6.3 Concrete Tensile Strength 

The contribution provided by the concrete tensile strength, commonly referred to as "tension 

stiffening" (Vecchio and Collins, 1986), is typically ignored in many force-based strut-and-tie 
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models (MacGregor, 1992; Collins and Mitchell, 1991; Collins, 1978; Hwang et al., 2000). By 

assuming strain compatibility between concrete and steel, the overall member tensile force is 

simply the summation of the steel and concrete forces for a given strain (Collins and Mitchell, 

1991; Vecchio and Collins, 1986). Thus the combined steel and concrete elements that make up 

the tension members 2-4-5, and 3-4 in Figure 3-3c, intrinsically provide the overall tension 

stiffened response.  

Tension stiffening models vary for different situations and structures; hence the following 

three approaches are recommended for the C-STM: 

For longitudinal and transverse reinforcing steel bars, tension stiffening is modeled by 

considering a fracture energy method (Petersson, 1980) as shown in Figure 3-6. The fracture 

energy Gf is defined as the energy required to create one unit area of cracking in which 

Gf = hgf, where h = 3d, is the crack band width taken as three aggregate diameters; and 

gf = the area under the stress-strain softening diagram. The stress-strain relationship is 

defined using a tri-linear stress-strain relationship given by: 

f = Ec, for c,' (3-19a) 

f' 
ft=t' for 2, =--E (3-19b) 

3 3 

f,=0 for E, = EU (3-19c) 

in which f = average concrete tensile stress; c, = average concrete tensile strain; '= strain 

at peak tensile stress; f,'= 4 fj'(psi) is typically used to define the concrete tensile strength 

(Collins and Mitchell, 1991); and cu = ultimate tensile strain where stress can no longer be 

transferred and is defined by Eq. (3-20).  

= 18 Gf (3-20) 
5 f'h 

Based on experimental results, Petersson (1980) noted that the fracture energy Gf for normal-
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weight concrete typically ranges from 0.343 - 0.571(lbs/ in) =60 - 100(N/m).  

Alternatively, for simplicity, cu is assumed as the steel yield strain in this work.  

* In the case of panel and wall structures with a dense network or reinforcing steel, the 

descending branch model proposed by Vecchio and Collins (1986) may be more appropriate 

as shown in Figure 3-6. That is: 

f = a1a2f' for E, > ' (3-21) 
1+ 500 , 

where a, and a2 = factors to account for bond characteristics of reinforcement.  

" For structures with experimental results, parameterized models can be applied to model the 

stress-strain relations used for concrete tension stiffening.  

3.6.4 Concrete Compression Chord Members 

As previously discussed, the transformed constitutive relation used for concrete chord members is 

derived by substituting appropriate values of f' and (1- d' / kd) into Figure 3-4c to obtain the 

stress-strain relationship of the concrete compression chord member.  

3.6.5 Modified Material Properties to Account for ASR/DEF 

The effects of ASR/DEF on the structure can be taken into account in the C-STM analysis 

technique by modifying the material properties based on expansion strain modeling, observations, 

and experimental data. The extent of damage on the structure can be categorized into three classes: 
'slight', 'moderate', and 'heavy' damage. Based on this assessment the following material properties 

should be adopted in the analysis.  

1. Assess deteriorated cover concrete properties 

The assigned concrete strength within each concrete truss member needs to be appropriately 

factored to account for the damage caused by ASR/DEF expansion in cover concrete. The modified 

concrete strength is defined as: 

fe'ASR = A fc (3-22)
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where A = the strength reduction factor, which is based on the extent of damage observed. The 

right column of Figure 3-7 shows the average of the modeled transverse tensile expansion strains 

(C,) in the beam and column of the deteriorated C-Beam specimens. The horizontal bands indicate 

the range of transverse strains for undamaged (0<c,<0.0012), 'slight' (0.0012< ej<0.006), 

'moderate' (0.006<c, <0.016), and 'heavy' (, >0.016) damage. Substituting the range of c, values 

into Eq. (3-16) results in the following range of strength reduction factors; default values of A are 

also recommended if precise values of -, are unknown but the visually observed degree of damage 

is as indicated by Figure 3-7.  

" For 'slight' damage 1> A >0.55 Default A = 0.75 

" For 'moderate' damage 0.55>A>0.30 Default A =0.40 

" For 'heavy' damage 2 <0.30 Default A=0.30 

The out-of-plane photographs and the crack pattern observations presented in Figure 3-7 

shows the physical state of the C-Beam specimens that fall into the category of undamaged, 

'slight', 'moderate', and 'heavy' damage. Note that the crack pattern on 'moderately' damaged 

Specimen 4 looks similar to the crack pattern on the 'heavily' damaged Specimen 3. However, the 

cracks in the out-of-plane direction of Specimen 3 were wider compared to Specimen 4. It was 

also observed that the crack width strains (sum of crack widths/overall width) in the beam and 

column out-of-plane region were about half that of the surface strains that were measured from the 

DEMEC points from the same region. Thus, it is possible to relate the crack width strains with the 

actual expansion strains and thus determine the extent of damage caused by ASR/DEF expansion 

on the structure from Figure 3-7.  

2. Assess concrete core confinement properties 

ASR/DEF effect causes the concrete to swell. The swelling of core concrete is constrained by 

longitudinal and transverse reinforcement, which effectively confines the core concrete. To 

account for this effect the confinement ratio (K, = f' / f' where f, = in situ concrete strength) 

has to be determined to obtain the confined concrete stress (f'). The procedure to evaluate the 

confinement ratio is described below (Mander et al., 1988).
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The effective confining stress in the x and y direction J andf, are given as: 

f ' = keAfy 
(3-23) 

fly' =kePyfy 

where k, = confinement effectiveness coefficient (defined below); f, = yield stress of reinforcing 

steel; p and p are the volumetric ratio of lateral confining steel parallel to the x and y axis, 

respectively, given as: 

sde 

= Y (3-24) 

sb, 

in which Ax and A,, = total area of lateral reinforcement parallel to the x and y axes, respectively; 

s = spacing of hoop sets; d, = core dimension in y direction; and b = core dimension in the x 

direction. The confinement effectiveness coefficient (k,) is the ratio of area of effectively confined 

core concrete (Ae) to the concrete core area of the section (A,).  

k = (3-25) 
Acc 

In rectangular sections the transverse steel bows outward between the longitudinal bars, 

hence arching action will occur between the longitudinal bars that are fully supported in position 

by an angle bend in the transverse steel as shown in Figure 3-8. The arching action is assumed to 

take the form of a second degree parabola with an initial tangent slope of 45'. The area of one such 

parabola is given by (w) 2 / 6, where w' is the ith clear transverse spacing between longitudinal 

bars in which arching action of concrete develops. In the case of a lightly confined rectangular 

section, the parameter w'along the y axis is taken as the depth of the neutral axis (kd) minus the 

distance from the extreme compression fiber to the longitudinal bar. The net area of ineffectively 

confined concrete for the n longitudinal bars supported in the corners of the bent transverse hoops 

is given by:
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/6 (3-26) 

The total effectively confined core concrete area is defined as: 

n 

A-= b'0.5- 1-0.5 (3-27) 
t=1 .. gc ) \ dc 

in which s' =clear longitudinal spacing between hoop bars in which arching action of concrete 

develops.  

The concrete core area of the rectangular section is given by: 

Ac =b dc (I- pcc) (3-28) 

where pcc = volumetric ratio of longitudinal steel in the confined core. Note that the term (1- pc) 

in the above equation effectively removes the presence of longitudinal bars from the confined 

concrete area. From these the confinement effectiveness coefficient (ke) can be determined from 

Eq. (3-25).  

The ratios f' / fe', and f' / fj', are determined, the smaller of these ratios is taken as 

1 / f', and the larger is taken as f2 / f' . The confinement ratio (Kce = fc'/ /f,) is determined 

from the chart shown in Figure 3-9. Thus, the confined concrete stress is then determined as 

fc' = Kcf,,, where f, in situ concrete strength.  

The strain (sec) corresponding to the maximum confined concrete stress (fc) is defined 

as: 

Ccc = Cc,,(1+5(Kec -1)) (3-29) 

in which eio = the strain corresponding to the unconfined concrete strength (usually ec =0.002).
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3. Compute effective concrete strength 

Both the cover and core concrete areas contribute to the area of the struts in the C-STM model.  

Therefore to account for the reduction in concrete strength in the cover concrete and the effects of 

confinement in the core concrete, a weighted average concrete strength is computed based on the 

area contribution of the cover concrete and the core concrete to the overall area of the strut 

elements.  

4. Prestress effects in longitudinal bars and hoops 

The constraint offered by longitudinal reinforcement and transverse hoops to the swelling of core 

concrete puts tensile strains on the reinforcing steel, which puts the concrete in a state of prestress.  

The prestressing forces can be evaluated based on the expansion strains in the specimen, at the end 

of its exposure period. For this, the expansion model that is formulated and applied to the C-Beam 

specimens (presented in the following chapters) can be used to determine the expansion strains 

and hence compute the corresponding prestressing force. In lieu of the above exhaustive expansion 

strain analysis, the following recommended values can be used.  

Depending on the extent of damage ('slight', 'moderate', or 'heavy') due to ASR/DEF effects 

the following recommendations are made for prestressing stresses (f4) in longitudinal 

reinforcement: 

" slight damage f4 =0.3f, 

" moderate damage f, = 0.5f, 

" heavy damage fps=1.lf, 

in which f, = yield stress of longitudinal reinforcement.  

Similarly the recommendation for prestressing stresses in hoops are: 

" slight damage f4 = 0.5fyh 

" moderate damage fs=1.Ofyh 

" heavy damage fs=1.25fyh 

in which fyh = yield stress of transverse hoops.

44



Appropriate modifications to the stress-strain behavior of the reinforcing steel have to be 

made to account for the prestressing effects. The modified stress-strain relation of steel is shown 

in Figure 3-10 in which cs = prestrain corresponding to prestressing stress (f,).  

3.7 ULTIMATE STRENGTH AND SOFTENING OF CONSTITUTIVE RELATIONS 

The exact failure mechanism for deep beams or disturbed regions is difficult to define due to 

unknown (a priori) hierarchy of failure mechanisms, particularly given the fact that shear failure 

alone can be of four types: diagonal tension, web crushing, nodal failure, or sliding shear. In reality 

the type of failure is heavily dependent on the member geometry and reinforcement detailing, and 

is often a combination of events that lead to the formation of the final collapse mechanism. In the 

C-STM, steel yielding, concrete crushing, and concrete softening are intrinsically accounted for 

through the material constitutive relationships previously described. However, a more thorough 

post analysis assessment may be required in order to assess other possible critical failure 

mechanisms.  

3.7.1 Strut-and-Tie Strength Checks 

Strut-and-tie modeling predisposes itself to defining failure as either: yielding of reinforcing ties, 

crushing of a strut, anchorage failure of reinforcing ties, or nodal failure. The member forces in 

the C-STM can be used to check that the force does not exceed the strength defined using 

conventional SAT design procedures for anchorage and nodal failures.  

3.8 COMPUTATIONAL IMPLEMENTATION 

The computational analysis of the C-STM described in the above sections can be implemented 

using structural analysis software and carried out in six steps as discussed in what follows.  

Step 1: Assign node coordinates 

For doubly reinforced sections the longitudinal chord members (members 2-4-5 tension, and 1-3 

compression of Figure 3-3c) are defined at the respective longitudinal steel centroids. The 

horizontal coordinates of the boundary nodes are either defined by: (i) an applied load/bearing 

support (i.e., Node 5 in Figure 3-3c is defined by the centroid of the applied load); or (ii) at the 

intersecting lines of thrust from the beam and column members (i.e., Node 1 in Figure 3-3c is
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defined at the intersection of the compression steel in the beam and supporting column represented 

as a fixed boundary). The transverse tension ties in the truss mechanism are then located according 

to the selected numerical truss scheme (i.e., Nodes 3 and 4 in Figure 3-3c are defined by single

point Gauss quadrature).  

Step 2: Assign steel and concrete elements 

The steel and concrete elements of the C-STM can be modeled using separate trusses with nodes 

constrained together to give the combined steel-concrete member response. This is most easily 

simulated by duplicating the assigned nodes in the out-of-plane axis to form two separate trusses, 

and constraining the degrees of freedom for each of the duplicate nodes. Steel and concrete 

elements are then drawn with pinned-end connections between the appropriate node points as 

shown in Figure 3-11.  

The expressions presented in Table 3-2 are used to define the stiffness and axial area 

assignments for each steel and concrete element of the C-STM model. The arch breadth scalar rq 

is used to apportion the contribution of arch and truss action defined as a function of the 

longitudinal and transverse reinforcement and members' span-to-depth ratio given by Eq. (3-5).  

Alternatively, the arch breadth scalar can be obtained graphically using Figure 3-3e, where 

the span to depth ratio is used to determine the arch breadth scalar according to the ratio of 

transverse to longitudinal reinforcement. Once defined, element areas are assigned as axial cross

sectional areas with an associated material property that defines the elastic stiffness, thus defining 

the element's axial rigidity.  

Step 3: Assign nonlinear constitutive material relationships 

At this stage, the elastic response of the C-STM is defined by steps 1 and 2; hence nonlinear 

constitutive material relations for cracked reinforced concrete are now used to define the element's 

nonlinear behavior. Figure 3-12 shows the theoretical stress-strain relationships used to define the 

concrete constitutive relations for: (a) diagonal concrete struts; (b) concrete chord members; and 

(c) concrete tension behavior used in conjunction with all truss elements that also possess steel.  

To account for the ASR/DEF effects, the modified material properties as discussed in section 3.6.5 

have to be considered.
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Step 4: Assign load cases

Load patterns are assigned at node locations as either forces or displacements in order to replicate 

the structure's loading pattern. Other parameter inputs include: loading control either specified as 

load or displacement control; incremental step size; results saved at final load or incremental load 

steps; and other nonlinear parameters. However in SAP2000TM (1995), in order to perform an 

analysis in displacement control, additional joints have to be introduced without altering the 

structural behavior of the system. Joint displacements are provided at these joints, and the 

corresponding forces are calculated to obtain the overall force-deformation behavior of the system.  

Step 5: Run analysis 

The analysis can now be run for the desired load cases as input by the user. Once complete, the 

user can progressively step through the deformed shape to review the formation of nonlinear 

behavior.  

Step 6: Post analysis investigation 

Axial forces, displacements, and other output parameters can then be exported to a spreadsheet so 

that a post analysis investigation can be conducted. The axial force in each member can be 

individually assessed in order to ensure that the force does not exceed any other strength failure 

criteria (i.e., anchorage failure, nodal crushing, concrete softening, etc.). Because element strains 

are not given as an explicit output in SAP2000TM (1995), an alternative means of defining the 

strain is required. This can done using one of the following techniques: 

(a) The element strain can be defined in terms of the element force divided by the axial rigidity as 

shown below: 

F 
E =-(3-30) 

where EA is constant in the elastic range, hence this can only be applied prior to nonlinear 

behavior.  

(b) For members that reach nonlinear deformations, the strain can be obtained from the link 

deformations. The link deformations can be divided by their actual member length to obtain 

the strain in that member.

50



(c) Alternatively to the above methods, a third truss called a 'strain-meter truss,' can be defined in 

the out-of-plane axis similar to the steel and concrete trusses such that each node is constrained 

accordingly. Truss elements with a unit axial rigidity (i.e., EA =1) can be drawn between the 

desired nodes as Strain Members so that the (small) force resisted is equal to the strain as 

shown in Eq. (3-30). This will provide the composite steel-concrete axial strain associated 

between the selected two node points. Note: this method was verified in this research using the 

previously mentioned methods providing identical comparisons for vertical and horizontal 

members. However, some minor numerical discrepancies were observed in the diagonal 

concrete members where the results from step (b) would deviate with highly nonlinear 

behavior.  

Application of the C-STM modeling technique is presented in Chapter 6.
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4. MODELING ASR/DEF EXPANSION IN REINFORCED 

CONCRETE STRUCTURES 

4.1. INTRODUCTION 

Alkali-Silica Reaction (ASR) can be described as a chemical reaction between the alkalis in the 

cement and the reactive silica in the aggregates, which react to form alkali-silica gel. This gel 

absorbs moisture and expands causing the concrete to crack. Delayed Ettringite Formation (DEF) 

is the formation of ettringite in hardened concrete when the concrete is subjected to high 

temperatures, generally greater than 160F, during curing and is exposed to moisture later in its 

life. This, like ASR, causes the hardened concrete to expand and thereby induces tensile cracking.  

The effects of ASR and DEF on long-term concrete behavior have been studied extensively 

over the past few years. Studies have shown that several factors affect ASR expansion in concrete, 

such as alkali content of the cement, reactivity of aggregates, temperature and humidity among 

others. The majority of previous studies, however, have concentrated on the effects of ASR on 

plain concrete; only a few are related to reinforced concrete. It has been established that external 

restraint (compressive) stresses and passive restraint stresses induced by reinforcement 

(confinement) can significantly influence the expansion caused by ASR on reinforced concrete 

(Hobbs, 1988; Jones and Clark, 1996; Multon et al., 2006). The effect of DEF induced expansion 

on reinforced concrete also has gained significant attention in recent times. Again, there is 

sufficient evidence to show that externally applied stresses and/or internal restraint stresses 

induced by confining or longitudinal reinforcement can significantly reduce the expansion caused 

by DEF in reinforced concrete (Bouzabata et al., 2012).  

Although extensive research has been conducted to model the expansion caused by ASR 

in concrete, a review of past investigations show that a majority of the work has been limited to 

plain concrete. The effects of compressive stresses on ASR expansion have not been solved by 

predictive models using the concepts of chemoelasticity (Multon et al., 2006). Additionally, most 

of the research combines the finite element method with the chemical mechanism to come up with 

a model for expansion in concrete due to ASR (Ulm et al., 2000; Li and Coussy, 2002; Capra and
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Sellier, 2003; to name a few). These methods are complex and difficult to effectively implement 

in a regular design office engineering practice.  

A minimalist semi-empirical strain-based model for the analysis of swelling strains in 

reinforced concrete members due to ASR/DEF expansion is presented. The validation of the 

proposed model with experimental observations made on specimens cast and cured in saturated 

conditions in a laboratory test setting is presented in Mander et al. (2015). Later, modifications are 

proposed to the model to account for realistic field temperature and moisture content (partial 

saturation) variations. The validation of the modified model is presented in Mander et al. (2015), 

where the expansion strains from the model are compared with the observed expansion strains in 

field-cured large scale specimens showing signs of ASR and DEF.  

4.2. MODELING ASR/DEF EXPANSION IN SATURATED PRISMS 

Based on an examination of experimental results, expansion over time follows the general form 

presented in Figure 4-1 for plain and reinforced concrete. Therefore, a semi-empirical model to 

estimate the expansion strains in reinforced concrete caused due to ASR/DEF expansion over time 

is developed herein. A hyperbolic tangent function is proposed for the backbone equation which 

has the general form 

C(t)=- Cmaxtanh 4(4-1) 0 
t, 

in which c(t) = the expansion strain in reinforced concrete due to the combined effects of ASR 

and DEF expansion at time t; Cma = the maximum expansion in concrete which is a function of 

reinforcement ratio p; to = the initiation time when expansion due to ASR/DEF commences; t, = 

the 'rise time' of the hyperbolic tangent line which is the time from the beginning of ASR/DEF 

induced expansion to when the maximum expansion is reached along the tangent line; and (e) are 

the Macaulay brackets which represent a common engineering notation used to describe if 

t-to <0, then (t -ito)=0. The parameters to and t, are empirically determined from the 

experimental expansion observations.
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Figure 4-1: Expansion Model for ASR/DEF Induced Expansion in Concrete.
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The other unknown parameter in (4-1), the maximum expansion in concrete C", is 

determined based on a strain energy approach. The strain energy density (u ) of the concrete prism 

of area A, length L as shown in Figure 4-2a and subjected to an axial stress, o-, is given by: 

u = fo-de (4-2) 
0 

where e and o, respectively, are the strain and stress. In the simple case, to compute the strain 

energy in reinforced concrete, the strain energy in concrete (U) and steel (U,) needs to be 

calculated.  

Figure 4-2b shows an equivalent elasto-plastic stress-strain relation of concrete in tension 

that is adopted for this study. This can be explained as follows. Consider the rectangular concrete 

specimen in Figure 4-2a with a single reinforcing bar running through the center of the specimen.  

The longitudinal free expansion of the concrete specimen is restrained by the reinforcing bar. As 

the ASR/DEF induced expansion within the concrete proceeds over time, the concrete reaches its 

maximum tensile strength, and a crack forms about the mid-length of the specimen. This results in 

the concrete tensile strength at the crack to be zero. As further expansion occurs, the maximum 

concrete tensile strength is reached mid-way on either side of the cracked specimen, resulting in 

cracks at every quarter-point of the specimen. The next set of cracks are formed at the 1 /8th points 

of the concrete specimen. This phenomena may be considered as a 'divide and conquer 

mechanism'; accordingly the process continues until the cracks are spaced about the maximum 

aggregate size. At its final cracked state, as shown in Figure 4-2b, the tensile strength of concrete 

at the cracks will be zero, but the concrete will possess some tensile strength between the cracks.  

The effective saw tooth model of the tensile stress-strain relation averaged over the length of the 

prism of concrete can be represented by the equivalent elasto-plastic model shown in Figure 4-2b.  

The concrete strain energy density which is the shaded area beneath the stress-strain curve shown 

in Figure 4-2b is given as: 

uc = EE C2 (Ce jj(4-3) 
2 2 

in which E, = Young's modulus of concrete; cc tensile strain in concrete; c, = strain
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corresponding to tensile strength of concrete (f'); and (9) are the Macauly brackets.  

Figure 4-2c shows the elasto-plastic stress-strain relation of reinforcing steel. Depending 

on the reinforcement ratio of the reinforced concrete structure, two cases require consideration.  

First, when the expansion strains caused by the combined ASR/DEF expansion are greater than 

the yield strain of the reinforcing steel and second when the strains are below the yield strain. The 

strain energy density of steel which is the area under the curve in Figure 4-2c is given by: 

U E 2 -( )2 (44) 

in which E, = Young's modulus of steel; E, = tensile strain in steel; e, = yield strain of 

reinforcing steel. When the strain is below the yield strain, the term in the Macaulay brackets (.) 
in Eq. (4-4) is set to zero.  

Multiplying Eqs. (4-3) and (4-4) with their respective concrete and steel volume gives the 

total strain energy of concrete (U,) and steel (U,), respectively. Using the principle of 

conservation of energy, the work done by ASR/DEF related expansion in plain concrete (UPC ) is 

equal to the work done by ASR/DEF related expansion in reinforced concrete (URC ), that is, 

UPC =URC =U,+U, (4-5) 

The maximum strain in plain concrete is represented by e" as shown in Figure 4-2b. Assuming 

strain compatibility in reinforced concrete results in the same strain in concrete and steel (cc = S).  

Making necessary substitutions in Eq. (4-5) and rearranging the terms gives the following 

conditional quadratic equation: 

pn - 8 ' + l EL ' 'm ax = 0 (4-6) 
2 s EI 2 E -2 

Solving Eq. (4-6) for the two cases, Case I when the expansion strains are beyond the yield strain 

of the reinforcement and Case II where the expansion strains are lesser than the yield strain, 

respectively, gives rise to the following two equations:
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For cs > c,

.6', + on m C 

E<a = C, [K (4-7a) 

1+ 2pn Y 

For e, <63, 

6Cmax ' +4pn 4 - (4-7b) 10 2pn C, 

in which "" =the maximum expansion strain possible for a particular reinforcement ratio p.  

Substituting Eq. (4-7) into Eq. (4-1) gives the expression for ASR/DEF induced expansion strain 

with time. It is evident from Eqs. (4-1) and (4-7) that the proposed minimalist semi-empirical 

formulation requires only a few physical parameters, specifically "", to, and t,. The 

reinforcement ratio (p) can be determined from the cross-section properties while the remaining 

parameters c, and c, can be determined knowing the reinforcing steel and concrete material 

properties.  

However, in the presence of post-tensioning compressive loads or cracks induced by tensile 

loads as shown in Figure 4-3, contributions from the compressive/tensile loads towards ASR/DEF 

induced expansion need to be accounted for. The derivation of the related equations is presented 

in what follows.  

Figure 4-4a shows an equivalent elasto-plastic stress-strain relation of concrete in tension 

as explained earlier. In the presence of a constant compressive force (P ) applied across the section, 

by means of a constant axial load or post-tensioned prestress, the concrete experiences a 

compressive strain (c,) as shown in Figure 4-4a. This compressive effect essentially further 

increases resistance to the expansion caused by ASR/DEF in reinforced concrete. The concrete 

strain energy density which is the shaded area beneath the stress-strain curve shown in 

Figure 4-4a is given as:
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EF 2/ \2] 
uc = E c ( c + cC)2 - )' 24 

8 
uc ~PC C _\ _ / (4-8) 

2 2 

in which Ec = Young's modulus of concrete; cc = tensile strain in concrete; c, = strain 

corresponding to tensile strength of concrete (f), and Epc = compressive strain corresponding to 

the compressive stress in concrete fpc = P/(EcAc) where Ac = cross-sectional area of concrete.  

Figure 4-4b shows the elasto-plastic stress-strain relation of reinforcing steel. Here again, 

in the presence of applied compressive force the reinforcement experiences a compressive strain 

(cs,). Depending on the reinforcement ratio and the compressive load applied on the reinforced 

concrete structure, two cases have to be considered. First, when the expansion strains caused by 

ASR/DEF expansion is greater than the yield strain of the reinforcing steel and second when the 

strains are below the yield strain. The strain energy density of steel which is the shaded area in 

Figure 4-4b is given by: 

Us =E, cps ,S )2 C-9 )2](4-9) E 2

in which ES = Young's modulus of steel; c, = tensile strain in steel; e, = yield strain of 

reinforcing steel, and cps = compressive strain corresponding to the compressive stress in steel 

fps = P/EA, where As = total cross-sectional area of reinforcing steel.  

In the presence of prestressing strands, their contribution to the strain energy density of the 

structure also needs to be accounted for. The strands are tensioned well below their yield strength, 

and the area of the shaded region under the stress-strain curve in Figure 4-4c is given as: 

Upre =Es 2  (4-10) 
2pr 

in which pre = PA ES Apre)= prestrain in the strands where APre = area of prestressing strands.  

Finally, the constant applied compressive force results in a constant compressive stress 

(Col,) across the concrete structure as shown in Figure 4-4d. The strain energy density due to 

the constant applied stress is given as:
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Uconst =-const C (4-11)

Multiplying Eqs. (4-8) through (4-11) with their respective concrete and steel volume gives 

the total strain energy of concrete (U, ), reinforcing steel (U,), prestressing strands (Upre), and 

constant stress (U 0,,). Using the principle of conservation of energy, the work done by ASR/DEF 

related expansion in plain concrete (Upc ) is equal to the work done by ASR/DEF related expansion 

in reinforced concrete (URC ), which may or may not be subjected to a constant applied load, that 

is, 

UPC =URC =Uc +Us+Upre +UUcons (4-12) 

The maximum strain in plain concrete is represented by 7c' as shown in Figure 4-4a. Assuming 

strain compatibility in reinforced concrete results in the same strain in concrete and steel (cc = s).  

Making necessary substitutions in Eq. (4-12) and rearranging the terms gives the following 

conditional quadratic equation: 

23 2 1 07 pn pp n 
Etcoflst j t max 

8
Pic P 2 P 2e 

- pns2' + 'e-pneps E" ) "+ +-E + 2 pre =0 (4-13) 
S C psE 2 2 2 " 

in which p = A,/A, = reinforcement ratio; p, = Apr /Ac = prestressing strand ratio; and 

n = E, /Ec = modular ratio. Solving Eq. (4-13) for the two cases, Case I when the expansion strains 

are beyond the yield strain of the reinforcement and Case II where the expansion strains are lesser 

than the yield strain (then , = s, in Eq. 4-13), respectively, gives rise to the following two 

equations:
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For c, > ,

ax VrnaxV +pn,(2 - )-V - p,, c, 

C2 _- onstj(4-14a) 

2 - pc-Ey-cs n 

For s < , 

V c 0 
const22

1 

max -PC -P pn +pPC + Pp re - - ax)(4-14b) 

e,= -1 -2lV 5 -~ -1J4-4b 10 pn et -c - p nc PS_ const 2 

(2 PEC 

In Eq. (4-13) and (4-14) c,,,cs and o-ns, are positive for tensile strains induced by 

tensile loads and negative for compressive strains induced by compressive loads. In the case where 

no prestressing strands are present,pp, = 0. The parameters c, Vs, ,,,and const can be 

determined from the applied axial load P and corresponding cross-sectional areas. In the case of a 

reinforced concrete member without constant applied loads or prestress the terms e,,, ,,, c ,s 5and 

0 7const are zero.  

The work done by ASR/DEF expansion on concrete is further reduced if the concrete is 

pre-cracked due to tensile prestrains, that is, e,, > V,. In this case the concrete strain energy density 

which is the shaded area beneath the stress-strain curve shown in Figure 4-4e is given by: 

uc = EcC (cc - ~CP(4-15) 

Equating the work done by ASR/DEF related expansion in plain concrete and reinforced concrete 

as before, the maximum expansion can be computed using the following equations:
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For c, > E,

<'.c, + n y s 

_ C 2 PC (t) smax = r + -S)+Etc-(4-16a) 
2Et + pn (.6, - -cps onst 

For cs,< E, 

6 _t 0 7 c lst6 22 m ax t_)-1 6 2 + 6 -g ~ 2 ] 
2 Pncps F nsC p y s re + p re to0 x t Epc 

6P= =-F 1 2 ) (4-16b) 
pn pep -!T 

(2 Ec 

In Eqs. (4-14b) and (4-16b) it is important to consider only the positive value of Cmax as it 

is an expansive strain and cannot be negative. Substituting the relevant expression for '0a into 

Eq. (4-1) gives the expression for ASR/DEF induced expansion strain with time.  

The validation of the proposed expansion model for ASR and DEF related expansion in 

small scale laboratory tests is presented in Mander et al. (2015).  

4.3. MODIFICATIONS TO ACCOUNT FOR TEMPERATURE AND MOISTURE VARIATIONS 

It is well known that the reactive material content, and various environmental factors such as 

temperature and humidity, stress conditions, boundary restraint, and moisture supply, all affect the 

extent of expansion strain caused by the ASR/DEF in concrete. Of these the reactive material 

content is implicitly taken into account when estimating the parameters "ax, to, and t. The effects 

of the restraints are also taken into account in the expression proposed for maximum expansion 

C"m. To account for the effects of the other two important factors, temperature and moisture 
P 

content (degree of saturation), necessary modifications to the proposed expansion equation are 

considered here. Implicit in the earlier development of the proposed equations were: (i) constant 

temperature; and (ii) saturated conditions (water bath) were used for curing. However, the 

temperature and moisture content conditions of an actual structure subjected to ASR/DEF 
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expansion may vary on a daily basis. To account for these real field temperature and moisture 

variations, modifications are proposed to Eq. (4-1) to include their effects.  

Eq. (4-1) can be slightly modified to include the effects of temperature (T): 

-, -c= x tanh t -t 
'tT tan r,hK 0(4-17) 

where the parameters are defined as before and c (p) is given by Eqs. (4-14) or (4-16).  

Ulm et al. (2000), defined the characteristic time (re) associated with ASR product 

formation as: 

r" (0) = r (0)expL'C (00 -0)] (4-18) 
00 

in which r, (0) = characteristic time at standard temperature of 00 = 311 K== T, = 38C (100F) 

and Uc = 5400 500 K = activation energy constant of the characteristic time -cc. (0_ -0) 'K can 

be re-written as (To - T)= -AT 'C (say). By the definition of the two terms r and t,, tr,- 2r.  

Therefore, the rise time of the tangent line (t is assumed to follow the same relation as Eq. (4-18) 

proposed by Ulm et al. (2000) i.e., 

tr(0) = tr (0)expLe (0, -0) (4-19) 
00 

Substituting for 0=00 + AT, Uc = 5400'K and as AT <00 (=311 K) then AT/00 -÷0, thus 

Eq. (4-19) may be simplified to give 

tr,T- tr,T expr(18 (4-20) 

Finally substituting T = 38'C in Eq. (4-20) leads to 

(38-T 
tr, = tr,r expy 18 9(4-21)
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which may now be substituted into Eq. (4-17) to give

.,, = c" tanh exp 0 (4-22) P ( 18 (trT,) 

Eq. (4-22) gives the modified expression for the expansion caused by ASR/DEF in reinforced 

concrete taking into consideration the temperature variations.  

To account for the variations in moisture content, necessary modifications to Eq. (4-22) 

needs to be made. Figure 4-5 shows the variation of characteristic time (r,) at 311 'K with the 

degree of saturation (S), where the data points are adapted from Ulm et al. (2000). The 

experimental data can be reasonably well represented by the exponential function e'-s 

Incorporating this into the modified equation Eq. (4-22) leads to the following overall time

dependent expansion strain model.  

= ci" tanh exp - +S-3.11 t " (4-23) 
EITS P 18 r,TO 

Eq. (4-23) represents the proposed model modified for temperature and moisture content 

variations, for expansion strains in reinforced concrete caused by ASR/DEF expansion. Note that 

at standard temperature of 3 8'C (1 00'F) and degree of saturation of S =1, Eq. (4-23) reverts back 

to Eq. (4-1).  

Differentiating Eq. (4-23) with respect to time gives the expansion strain rate as follows: 

max T>2 

, exp {+S-3.11 - ,Is (4-24) 
trT e 18 S 1) )j 

which is an ordinary differential equation with variable coefficients dependent on temperature and 

degree of saturation, T and S. Because in field conditions T and S vary constantly, Eq. (4-24) 

requires a numerical solution as follows: 

Ci = , + (tTS) I At (4-25)
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in which At = time increment and the parameters with subscript ' i' denote their value at the ith 

time interval; and (T,S ) is the temperature and saturation dependent strain rate given by 

Eq. (4-24). Eq. (4-25) can be easily solved computationally in an incremental time-stepping 

fashion. Daily temperatures and degree of saturation (assessed from rainfall records) are used 

directly in Eq. (4-24).  

The validation of the developed theory is presented in Mander et al. (2015), where the 

theory is used to model the expansion strains in post-tensioned reinforced concrete members which 

were exposed to environmental conditions and as a result subjected to the daily variations in 

temperature and moisture content.  

4.4. CLOSURE AND KEY FINDINGS 

The existing models on predicting the expansion caused by ASR/DEF are limited mainly to plain 

concrete. Additionally, they are complex and typically require a finite element model to implement 

their effects on structures. In this chapter a semi-empirical minimalist model was proposed which 

is capable of estimating the expansion in reinforced concrete structures caused by ASR/DEF. The 

model requires only a limited number of input factors that are related to the expansion 

characteristics and the material properties. The key findings from this study are summarized 

below: 

* The proposed model can simulate the expansion caused by ASR and/or DEF in laboratory 

specimens cured under standard laboratory conditions to accelerate ASR/DEF expansion.  

* It is necessary to extend the basic laboratory-based model to take into account the widely 

varying field conditions in temperature and moisture (degree of saturation).  

* The effects of compressive and tensile pre-strains are included in the model. This is an 

important aspect as compressive forces suppress the expansion caused by the ASR/DEF 

mechanisms, whereas tensile forces and initial cracking further promote and accelerate the 

ASR/DEF induced expansion.  

* By taking into account the appropriate reinforcement ratios, the proposed model can 

simulate the expansion strains in both the longitudinal and transverse directions.
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Detailed example on the application of ASR/DEF expansion model to the C-Beam 

specimens is presented in Chapter 5.

70



5. WORKED EXAMPLE: DETERMINING EXPANSION STRAINS 
CAUSED BY ASR/DEF 

5.1. INTRODUCTION 

As part of a large scale experimental program described in the Phase I report of this research 

(Mander et al., 2012b), reinforced concrete C-Beam specimens representing cantilever and 

straddle bent bridge piers were cast and cured to promote ASR/DEF induced expansion in 

reinforced concrete. The reinforcement layout and the cross-section details of the C-Beam 

specimen are presented in Figure 5-1. To promote ASR in the specimen, high alkali content 

cement and aggregates with reactive silica along with sodium hydroxide mixed in water were used.  

The specimens were subjected to curing temperatures in excess of 160'F by means of an electrical 

resistive wiring setup to promote DEF related expansion in the specimen. The specimens were 

then transported outdoors and subjected to environmental conditions, as any actual bridge under 

service would be exposed to. To accelerate the expansion caused by ASR/DEF for purposes of the 

experimental study, a sprinkler system was installed and the specimens were sprinkled with water 

at regular intervals. Of the four specimens constructed, Specimen 1 was the control specimen and 

was stored indoors, while Specimens 2, 3, and 4 were conditioned outdoors and subjected to 

ASR/DEF deterioration for varying periods of time.  

Of the three deteriorated C-Beam specimens, Specimen 3 was conditioned in the field for 

five years with significant effects of ASR and DEF deterioration observed. The data from the strain 

and concrete gages embedded in the specimen, and DEMEC points on the surface of the specimen 

were collected on a regular basis. This chapter shows the application of the proposed expansion 

model to C-Beam Specimen 3. A comparison of the modeled expansion results with the field data 

is presented in Mander et al. (2015).  

5.2. PARAMETERS FOR MODELING EXPANSION IN C-BEAM SPECIMEN 

To represent the expansion strains in the C-Beam specimen in a meaningful and logical way, the 

C-Beam specimen was divided into different regions. Figure 5-2a identifies the various regions of 

the C-Beam specimen used in this study to model expansion strains. The C-Beam specimen is
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divided into the top face where the exposure face is horizontal, and the west and north side faces 

where the exposure face is vertical. Figure 5-2a also shows the location and orientation of DEMEC 

points on the surface of the C-Beam specimen.  

The C-Beam specimens were subjected to both ASR and DEF expansion. Since no clear 

evidence was available on when and how much each of the two expansion mechanisms contributed 

toward the total expansion strains in the specimen, the proposed expansion equation was applied 

once, considering the overall expansion properties. From the experimental results presented in 

Mander et al. (2012b, 2015), the time (t,) when expansion strains initiate was taken as 60 days.  

The rise time of the tangent line (t,) was deduced to be 120 days from the expansion data of 

Specimen 3. Since no data was available on the expansion caused by ASR/DEF expansion in plain 

concrete (s"), this parameter was inferred from the largest crack observed from an unreinforced 

part of the specimen. The largest crack that was observed at the knee joint of the C-Beam specimen 

was about 1.18 inches wide. It is to be noted that the top face of the column in the joint region was 

essentially unreinforced. A crack width of 1.18 inches across a total section width of 24 inches, 

resulted in an expansion strain of approximately 0.05. Therefore, for this study the value of c" 

0.05 was adopted.  

Figure 5-2b shows the relation between the reinforcement ratio and the maximum 

expansion strain computed for the various regions of the C-Beam specimen. As expected the 

maximum expansion strain in the C-Beam specimen decreases with increasing reinforcement ratio.  

The C-Beam specimen was subjected to tie-bar forces to simulate the effects of gravity loads on 

the structure. These induce tensile stresses promote cracking. These effects are also taken into 

account while computing the maximum expansion strain EMa. In Figure 5-2b two curves are 

presented, one where there are no tensile prestrain effects on the expansion strain and the other 

with the tensile prestrain effects considered. It is clear that for the same reinforcement ratio, the 

maximum expansion strain is greater when the tensile prestrain effects are considered. This is 

complimentary to the case where compressive strains cause lower expansion strains. The 

computation of the reinforcement ratio is discussed later in this section. To account for the 

variation in expansion due to temperature and moisture content, the average daily temperature 

and rainfall amounts were obtained from the closest weather station to the site where the
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specimens were conditioned. Additionally, to obtain a reasonable estimate of the actual amount of 

moisture that the specimens were subjected to due to supplemental water from the sprinkler 

system, a series of rain gages were installed at various locations on Specimen 3. For this study a 

degree of saturation of S =0.1 was assumed for the horizontal exposure surfaces and for strains 

measured in the horizontal direction caused by cracks in the vertical direction. The vertical cracks 

allow better ingress of moisture into the specimen, and the related expansion causes horizontal 

strains. For strains measured in the vertical direction caused by horizontal cracks on the vertical 

exposure face, a degree of saturation of S = 0.05 was adopted as the horizontal cracks do not allow 

for moisture ingress into the specimen as well as the vertical cracks. The temperature and moisture 

content data were used in the computation of expansion strains in the reinforced concrete C-Beam 

specimen. Figure :5-2c shows the variation of the daily average temperature recorded at the closest 

weather station to the site for the period when Specimen 3 was exposed to field conditions.  

Also taken into account in the computation of the maximum expansion strain, are the 

tensile strains induced by the applied tie-bar force used to mimic gravity loads on the specimen.  

The C-STM model of the C-Beam specimen that was developed by Mander et al. (2012b) was 

used to determine the initial strains. As shown in Figure 5-3 a 200 kip load corresponding to the 

tie-bar force was applied, and the corresponding tensile strains were obtained from the model. The 

values of the tensile strains in concrete and steel are shown in Figure 5-3. The applied tie-bar force 

caused tensile stresses in the longitudinal direction along the outer edges of the specimen, which 

resulted in a tensile prestrain. However, there were no stresses applied in the out-of-plane direction 

of the specimen, hence there are no prestrains that contribute to the expansion in the out-of-plane 

direction. However, the presence of transverse reinforcement restrains the expansion in the out-of

plane direction.  

Another important parameter that is required for the implementation of the proposed 

expansion model is the reinforcement ratio of the specimen. As the DEMEC points were located 

on the surface of the specimen, the influence of reinforcing steel are different at the various 

DEMEC locations. Hence, it is essential to carefully compute the reinforcement ratio for the 

different regions of the specimen. In this study, various reinforcement ratios were computed based 

on the location and direction of the DEMEC strain measurements. Table 5-1 presents the 

properties of C-Beam Specimen 3 that were used in calculating the reinforcement ratios, where
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Average tensile strain in concrete (spc) 
and steel (Eps) = 0.00067 

2.75" 31' 20.25" 27" 1 27" 108" 

/ /\ 

040 2.25' 2.25"-- \ 

NZ 
Average tensile strain in concrete 
(Epc) and steel (Eps) = 0.00084

Figure 5-3: Computation of Average Tensile Loads from C-STM in the C-Beam 
Specimen due to Post-Tension Load.  

Table 5-1: Properties for C-Beam Specimen 3.  

Specimen 3 

f, (ksi) 5.93 

kdO (in.) 13.98 

kdbean,(in.) 11.31 

l(ifn.) for #8 bars 42.20 

d(in.) for #4 bars 16.88
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kd,01 and kd,,,l are the depth of the neutral axis from the extreme compression fiber for the column 

and the beam, respectively, and 'd is the development length of the reinforcement. A detailed 

computation of the reinforcement ratio for C-Beam Specimen 3 is presented in Sheet 5-1

Sheet 5-8.  

C OMPLtTATION OF R&INFORC-&M&NT RATIO (p) AND MAXIML.{M 
Sheet 5-i 

&XPANSION STRAIN ( ) FOR C-?5AM SP&OIMSN 3.  

6j&N&RAL NOTSS 

!everL pctravtLrs vsed:

( = 0 5 (sl 

t, (0,) =120 2 S

F;'L ""R = 4sjo kzs t 

U, = 25000 KsL 

AS =.??

C = 0.520 s 

F! 0002 

s

M1x2, vL V4 X SiSVU St ralv% 

The C-FeMvx spec'Meve were sCbjecteO to tie-bpr force to svtulote qrv't LoOdS ove the 

strvctLre. TVLs res;lteO Lv the specvmevi beLv1g precracke, wvLch fvrtker czeLerpteO the 

expvvsiovt process Ps these cracks prov&doe P pothwPi for vMoLstLre LAvugress. To tpiKe LVA'to 

2CCOLvvt the precrciKedO vatre of the specLmAev', Eq. 3-Iop (wki-ch Ls repepteO beLow for 

covvev"Lev"Ce) Wvfs Vsed Lv0 the Covvpvtottov, of the expvts-ov, strpLvus ( P

C "XCt + 'bIC I 2
P

2t p 
+ 2P

DeveLopvaevut LevOgtk (Aca Eqvctiovus) 

it wns estnbLLshe b j Mivusoer et PL. (2oii) thkt to deveLop the fvLL (LeLo strev gth of the 
re-tforcestevt, the rveivuforoevug birs tr vAsverse to the w'evvtber Oge shovLdo be Lovueer thpv.V the bn r 

odeveLopntevnt Lev ,qth (Z,,).

2 t 
20Ao

{ fe

(C5000(1) (W) d/ 
=I 1d' =3250 =42.20" 

20(1)7

I 05000() () 

25(:0J11
=2000 =2i0.2"

77

Ct = 0.0001S2

S-10P

2 + C C 
ps ) t P6

2 rs: (zJ)= 

#b b rs: (Z' )=



eOMPlLkTATION OF R&(NFOR &MENT RATIO (p) AND MAXIMLtM 
sheet 5-2 2 

EXPANSION STRAIN C FOR, C--EAM SP&CIM&N 3.  

COLL{MN TOP FAC& MEMBER RECjION 

SectovA, d epth (d) = overLL depth (D)- d-eptk to vL'e&tr2l 

ax~s (/edd) - O-13j2 = 22.02" 

Dt4rgetf-ov: Trvusverse () 

TVeforcevett tjpe: #4 bprs wtk cl /s Prep A 

0.1j035 Ev @ 4.51' c/ opacj 

eivforoevvevut r-GtLo p= A /(sd )= .0 

AdoditoovoLL j, Ps there Pre v'o tevustLe prestr2Evws Ev the 

trvisverse irectovc, E = 0.  

Mkxivvuw exppvosiov strvo c =0.02202 

DL-cetiovu: L-0!nQ~tudAi,Cl

DEMEC v veSirtev ts Pre vvtcOe nLovq two LLes, ovue close to 
the eige of the colvvv, PvO the other rLoser to the vlltoLe of 
the roLvvivv cross-sectLov.. As the DEMEC reCOdiv.qs Pre LEvV.teO 

to the two Livkes, the strvEos tepsvedO covL be vwore LoclLzeO.  

Therefore vprrow str-ps vt er the DEMEC poLvuts Pre 

covus~dereO to covtpate the re lforcevotevt ratto. Bec LSe of 

their Loc.PL-zed effects the verge rivkforcevtevut rptio Es 

cov5sEere.  

vWitV of strip (6)= 2.72' (ShPCeo bLve Pvzi greev.) 

c/s Prep of cov4crete A, = (22.02) (2.725) = 01.33 iLv?

___

DEMEC points 
8 No. 8 

,2 No. 8 

1 2 No. 8 
5 1/4" c/c 
(typ) 

e______ 5 No. 8 
24"

TD EMEC poivets CLose to coLvvtv, eOge (sh2decd CLose to CoLvtvv cevtter (ShPCde{ 

LcitLov. bLUe) oreev ) 

A, i-r 3.1410 (4-#R bars) 0.7254 (1L-#R bar) 

P = ( 0.05122 0.01221 

AverG~e p 0.03202 

c = 0.000 7 obt2LV'ted frovK C-STM vioodeL.  

= =0.0045 p 

FgLgVe 5-42 shOws the expvosiov resu/LtS obtai-vted Lvu the travusverse 2v J Lov4tvEtLdiOvL {LrectLov. ov.  
the vmevtber reqLov of the coLxvavv top fcce of the C.--e2vn specviev..
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cOMPRL4TATION OF ReSiNFORaGMENT RATIO (p) AND MAXIMLtM 
Skeet 5-3 

EXPANSION STRAIN P FOR C-BCAM SPFCIM N 3 

COLLkMN TOP FACSJOINTR&CjION 

Dirctovt: Travusverys (e ) 

There Pre veo trvsverse hoops ovi the coLLvul top foce Evu thejotvet ree)-ovu. Therefore, p =o 0s 
covtsocdereo for the reejEovt cLose to the edge. Vtowever, Iv , the reqiovk nwPj frovW the ee 2vtd 

close to the coLLutvo av tevber reIovt, the I-vtlkveice of trwv.sverse reivLforcoevvtvt ~iL the coLLcvvtv, 

vv evtber r egov,, Es covsE-dereo . A p = 0.001J /2 = 0.000jj is 2ssLv&Beo{.  

S~v oe three Pre vo tevL/sLe prestroLtvs Lv. the trwvusverse &i-reL'tov,, cp = 6) = 0.  

C = =O.0304 

FEc-hvre 5-4b shows the trpvssverse exp vesiovu str-c2vEs Ev, thejoivt recover of the C-B>eivK spec'Iv'vte 

top fpce.
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sheet 5- aCOMPL-{TATION OF RelNFORCeMVNT RATIO (p) AND MAXIMLiM 
&XPANSION STRAIN (Cs) FOR C--AM SPGCIMeN 3 

PCAM COLkMN JOINT RECION 

CovcLrete 2vO steeL voLu~vAe Ivl ko2Lf the secAtiovL depth (d =12') I-s cov sodered for c2LuLsLtLveg the 

reEvyforcevrevet rotLo.  
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8

FLstre 5-4c shows two akrves for the exp~vvsiov. results frovt the 
vtodel. C vrve A correspov Os to the csse where the expcivusLov 
strplvus Pre covvpLedO closer to the top edge of the specvevk 
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oevelopvvevut Levtjth zove PwP6 frovt top eoWoe).
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COMPLALTATION OF RFINFORCEMENT RATIO (p) AND MAXIML4M 
Sheet 5-5 

EXPANSION STRAIN C-"' FOR C--IAM SPeCAMEN 3 

B&AM WOLVMNjOINTR.ECjON 

Covecrete nvtO steeL voLuvve Uvx, hPLf the sectiov, depth (d =2) Is covuserOd for oLutLptvg the 
reAlforcevtevt rnto.  
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sheet 5-6 WMPLTATION OF R(lNFORTC&MENT RATIO (p) A ND MAXIMI-4M ( 

&XPANSION STRAI N ( FOR C-?&AM SPEC.IMCN 3 

?FAM WEST FAaC 

Concrete ivo{ steeL volkvve vt awLf the sectiov, deptk (a =:L2") s coves erOe for cLscvLLtEVec the 
revrforcevevut rato.  

D'Lrectfov: L tdvtaL
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Areo of covzcrete, A, (12) (so) = 432 -vU,2 

p 0.0154 
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The rw -tforcevntevt rOtio Us scsLed dowv, for the DEMC 

poLvts witKivt the veeLopvmevt Lev'gth zovoe.  
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for: wi-tKV the deveLopvv-ev't 
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Fiqvre 5-4e shows the expvksi-ovi, strEi'vt s ivt the Lovgitk(i-vu2L iveO trvusverse C-refti-ovu ov" 
the benvt west f2Ce.
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eOMPLRkTATION oF FINFORCMSNTRATIO (p) AND MAXIMLkM 

EXPANSION STRAIN (Cs) FOR C-?PAM SPECIMEN 3 

COLA4MN WEST FACE 

D'Weotf'Ovu: Lov,-PtLbvuRL

The -DM&C poLvutS Kv't the coLmvvtvA of the specEI-vev' West 
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C-OMPTLCATION OF R.&INFORCEMeNT RATIO (p) A ND MAXIML{M 
Sheet 5-2.  

&XPANSION STRAIN ( FOR C-B&AM SPCiMSN 3 

B&AM NORTf- FAaC

Sectiovu oepth (a) = overLL ocepth (D)- depth to v 'evtrnL 

PvIs (/kda ) = o-11.S1 = 24. j 

Drecotovt: Travusverse 
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0.3CG5 VLA @ 4@ 

T-,Lv fowrsevv-evlt rstio p = A),&! a) = 0.00177 
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c IXe ctcov-O, c, =c - 0.  

MOxiL-mv, expOvesi-ovu strovu C" = =0.02s4 
p0

DLrectLovt: Lo tLdL4QL (

z f

)
D&MEC v wePSLrevvevets Pre v"Cde pLovg two LEves, ovMe close to the edqe of the beovit, Pvod the other 

closer to the vtL&i{Le of the bepvv. cross-sectiov,. As the DEMEC renolExgs Pre LEviLted{ to the two LLvtes, 
the strPivcls vveLswred{ CovldO be vvore LocoLizeO. Therefore vrrow strips tvuder the DEMEC poivuts ore 
coAvsLi4ere to covvp te the reivefo rcevvext rtio. Becavs e of the6r LocoPLizeO effects, the ovewro e 
reivbforcvvevut rt-o Es cov sderOe.

Wodth of strip (b) = 2.725" (s oed{ blve P vJ e)re ev) 

c/s 2re2 of cov~zrete A, = (24.0j) (2.725) = 02-70 vna 
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eoe (Sh2ded oevtter (skhoeo 
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A1 (cv2) (i-#2 O!vO 2-#4 (1-#R br) 

b rs) 

p=A5/(bd) 0..0-13 Q.O1142 

Avervge p 

0.00024 obti-vted froV/ C-STM VIAodOeL.

DEMEC points 
8 No.8 

2 No. 8 

6 No.4 @ 
7 7/8" c/c 

2 No. 8 
L0 

8 No.8 
24"

Mt1xiuv, expavhsLov, strphv6 c = =0.Q0R55 

Fiqvre 5-4f shows the exp, vsLovl, strnovL resvLts ovi' the vAorth fpct of the C-Be9v/t specivwevA.
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Table 5-2 presents a summary of the reinforcement ratio and the maximum expansion 

strains for the various regions of C-Beam Specimen 3.  

5.3. MODELING ASR/DEF EXPANSION IN C-BEAM SPECIMEN 

Figure 5-4a and b, respectively, considers the member region and the joint region of the C-Beam 

specimen top face. In the top face member region, the expansion strains in the transverse and 

longitudinal directions were considered. The concrete and steel volume from the extreme tension 

fiber to the neutral axis were used in the computation of the reinforcement ratio. In the longitudinal 

direction, DEMEC measurements were made along two lines, one close to the edge of the column, 

and the other closer to the middle of the column cross section as shown in 

Figure 5-4i. As the DEMEC readings were limited to two lines, the measured strains could be 

more localized, and the reinforcement ratios were computed accordingly as shown in Sheet 5-2.  

The tensile strains due to the tie-bar force computed from the C-STM analysis as shown in 

Figure 5-3 resulted in a tensile concrete and steel strain of 0.00067 and were appropriately 

incorporated into computing the maximum expansion strain 8 rax. Figure 5-4a shows the 

expansion results obtained in the transverse and longitudinal direction on the column top face 

member region of the C-Beam specimen.  

Figure 5-4b considers the transverse expansion strains in the joint region of the C-Beam 

specimen top face. As there were no transverse U-bars in the joint region, this region is essentially 

unreinforced in the transverse direction. Therefore a reinforcement ratio of p =0 was considered 

for this case. However, the transverse reinforcement in the column region can likely influence the 

expansion strains caused in the joint region away from the edge of the joint. Therefore, a case with 

half the transverse reinforcement ratio in the column region is also presented in Figure 5-4b.  

Figure 5-4c and d, respectively, considers the expansion strain in the vertical and 

horizontal direction in the beam-column joint region of the C-Beam specimen's west face.  

Concrete and steel volume in half the section depth (12 in.) were considered for calculating the 

reinforcement ratio.
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Table 5-2: Computation of ReinforcementRatio and Maximum Expansion Strain for C-Beam Specimen 3.  
Section Concrete Rebar Max. EqComments 

Region Dir. Depth Width Considered p Expansion No.Cm n (in) (in) No. Bar (#) Strain f,'=5.93 ksi; kdci=13.98"; kdbeaml=1.3 1" 

(a) Column Long. 22.02 2.785 0.03202 0.0045 3-16a Average p of edge (4-#8, p=0.05122) and interior 
(a) olun Log. 2.02 2.75 .(l-#8, p=O.Ol28l) strips. e~c= ers=O.OOO67.  

Top-Member 
Trans. 22.02 --- --- 4 0.00198 0.02202 3-16a 

(b) Column Trans. 0.00099 0.03040 3-16a p=O close to edge and p=half of (a) Column Top
Top-Joint Member Trans. (0.00191) away from edge.  

Long. 12 6.1875 5 8 0.01974 0.004532 3-16a Considering edge and scaled for 2 d level of DEMEC 
(c) West Face points. ld=4 2.2 0", x=15.75", p=0.0529.  
Joint Vertical Long. 12 23.625 3 4 0.00065 0.03514 3-16a considering interior and scaled for 11 t level of 

DEMEC points. ld=l 6 .8 8 ", x=5.25", p=0.00208 .  

Long. 12 36 12 8 0.00881 0.00816 3-16a Scaled for 2 d level of DEMECs. l=42.20", x=15.75", 
(d) West Face 4 4 p=0.0236.  

Joint Horizontal Long. 12 36 5 8 0.00186 0.02278 3-16a considering interior region and scaled for 1St level of 
4 4 DEMEC points. l/=42.20", x=5.25", p=0.01 4 9 6 .  

10 8 
Long. 12 36 0.01954 0.00456 3-16a Considering steel and concrete in 12" depth 

(e) West Face- 3 4 
Beam 0.01628 0.00519 Scaled for 2nd level of DEMECs. ld=42.20", x=35.15", 

p=0.01954 

Trans. 12 --- --- 4 0.00364 0.01526 3-16a 

(e) West Face- Long. 12 4.875 5 8 0.0671 0.00296 3-16a 
Column 

(f) North Face- Long. 24.69 2.785 0.01428 0.00855 3-16a Average p of edge (1-#8 and 2-#4, p=0.0171 3) and 
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Depending on the location of the DEMEC points in the vertical direction of the beam

column joint, separate reinforcement ratios were computed as shown in Sheet 5-4. Additionally, it 

was shown by Mander et al. (2011) that to develop the full yield strength of the reinforcement, the 

reinforcing bars transverse to the member edge should be longer than the bar development length 

(1d). Therefore, scaled reinforcement ratios were considered for DEMEC points within the 

development length zone. Figure 5-4c shows two curves for the expansion results from the model.  

Curve A corresponds to the case where the expansion strains were computed closer to the top edge 

of the specimen (within development length zone close to top edge) and Curve B for expansion 

strains computed away from the top edge (within development length zone away from top edge).  

Figure 5-4d shows the modeled expansion strains in the direction of the column 

longitudinal reinforcement in the joint region. As in the earlier case, half section depth of 12 in.  

was used for the computation of reinforcement ratio (Sheet 5-5), and they were scaled down 

accordingly within the development length zone. In Figure 5-4d, Curve A and Curve B, 

respectively, corresponds to the case where the expansion strains were computed closer to the top 

edge and away from the top edge of the specimen, both still within the development length zone.  

Figure 5-4e shows the longitudinal expansion strains in the column, and the longitudinal 

and transverse expansion strains in the beam of the C-Beam specimen's west face. The 

reinforcement ratios were computed considering half-depth (12 in.) of the cross section 

(Sheets 5-6 and 5-7). The DEMEC points in the column of the specimen west face were located 

close to the specimen top edge, and the reinforcement ratio was computed accordingly to account 

for the localized nature of the DEMEC readings (Sheet 5-7). The tensile concrete and steel strains 

due to the applied tie-bar force were computed to be 0.00067 from the C-STM model shown in 

Figure 5-3 and they were incorporated into computing the maximum expansion strains. For 

longitudinal expansion strains in the beam of the C-Beam specimen west face, scaled 

reinforcement ratios were considered for DEMEC points within the development length zone 

(Sheet 5-6). Figure 5-4e shows the expansion results from the model, where curve C and D, 

respectively, represent the expansion strains inside and outside the development length zone. In 

this case it is observed that there is not much difference between the two cases, as the DEMEC 

measurements were made relatively away from the specimen edges.
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Figure 5-4f shows the modeled expansion strains in the longitudinal and transverse 

direction of the C-Beam specimen's north face. The depth of the beam cross section from the 

extreme tension fiber to the neutral axis was considered for the computation of the reinforcement 

ratios. As in the case of the column top face, the longitudinal DEMEC measurements in the beam 

were made along two lines, one close to the edge of the beam, and the other closer to the middle 

of the beam cross section as shown in Figure 5-4i. The strains measured could be more localized 

as the DEMEC readings were limited to two lines, and the reinforcement ratios were computed 

accordingly as shown in Sheet 5-8. The tensile strains due to the tie-bar force computed from the 

C-STM analysis as shown in Figure 5-3, resulted in a tensile concrete and steel strain of 0.00084 

and were appropriately incorporated in computing the maximum expansion strain. Figure 5-4f 

shows the simulated transverse and longitudinal expansion strain on the C-Beam specimen north 

face.  

5.4. DISCUSSION 

A comparison of the simulated expansion results with the field observations presented in Mander 

et al. (2015) shows that the proposed model can be used to simulate the expansion strains in 

reinforced concrete reasonably well, considering the complex nature of ASR/DEF related 

expansion in reinforced concrete and the vagaries associated with the expansion data gathered 

from the field. In most cases the simulated results were within the range of measured field 

expansion data for the specimens.  

The effects of tensile strains caused by gravity loads on ASR/DEF expansion were also 

taken into account in the model to simulate the expansion results with good accuracy. The tie-bar 

force that was applied to simulate gravity loads in the C-Beam specimens caused tensile stresses 

along the tension side of the specimen. These tensile stresses caused pre-cracking which promoted 

ASR/DEF expansion. The tensile pre-strains along the direction of the longitudinal reinforcement 

were considered in the model. However, the tie-bar force did not cause any stresses in the 

transverse (out-of-plane) direction of the specimen, and hence the tensile prestrains were not 

considered in modeling the strains along the direction of the transverse reinforcement. As 

demonstrated in the chapter, it is extremely important to compute the relevant reinforcement ratio, 

as it affects the extent of expansion that can be caused by ASR/DEF.

89



Due to the orientation of the specimen during its field conditioning, different parts of the 

specimen were subjected to various amounts of moisture and hence different degrees of saturation.  

To account for this, the degree of saturation for the horizontal exposure faces and for strains caused 

by vertical cracks on the vertical exposure faces were assumed to be greater than the degree of 

saturation for the strains caused by horizontal cracks in the vertical exposure face. This assumption 

was also backed by the field expansion data. In an actual structure, many of these parameters 

cannot be determined realistically, and therefore it is important to assume relevant values based 

on sound reasoning.  

The results of this investigation show that if appropriate values are assigned to the limited 

input parameters required for the model, the proposed minimalist semi-empirical model can be 

effectively used to model the ASR/DEF induced expansion in reinforced concrete members that 

are exposed to field conditions.  

5.5. CLOSURE AND KEY FINDINGS 

By taking into account the appropriate input parameters for the proposed expansion model, the 

expansion strains caused by ASR/DEF in reinforced concrete specimen can be estimated within 

reasonable bounds as demonstrated in this chapter. The model predicts the general expansion 

behavior reasonably well. The key observations and findings from this chapter are summarized 

below: 

" Depending on the region of the specimen that is being considered, the moisture content and 

hence the degree of saturation can be different. Especially, on the horizontal exposure 

faces, water tends to pool/stand for longer when compared to the vertical exposure face, 

where the water runs off almost immediately.  

" The orientation of the cracks can also lead to differences in the expansion strain behavior.  

On vertical exposure faces, vertical cracks which cause horizontal expansion strains allow 

for more rapid water ingress into the specimen through the cracks, when compared to 

horizontal cracks which results in vertical strains.  

" The proposed model takes into account the tensile prestrains caused by the tie-bar force 

(which simulates gravity loads) in the direction of the longitudinal reinforcement.
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* Considering the complex nature of the C-Beam specimen, and ASR/DEF induced 

expansion strains, the proposed model captures the expansion strains caused by ASR/DEF 

quite well.
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6. WORKED EXAMPLE: ANALYSIS SCHEMA FOR 
C-BEAM SPECIMENS 

6.1 SCOPE 

In this section a reinforced concrete bridge pier tested by the authors in order to investigate the 

effect of premature concrete deterioration in bridge bents currently used in practice, specifically 

cantilever bents and straddle bents, is selected to illustrate the procedure of analysis detailed in 

Chapter 2. Additionally, the structure is modeled using the C-STM technique without and with the 

effects of ASR/DEF. All results are then compared with the experimental results.  

6.2 THE STRUCTURE 

The experimental specimen was designed as a 'C' shape sub-assemblage such that two large-scale 

bridge bent components were placed back-to-back so they could be tested as a self-reacting system.  

The C-Beam specimen had a constant cross-section of 3 ft. deep and 2 ft. wide that was 

symmetrical with the exception of the beam compression steel. More specifically the physical 

model scale factors representing the singly reinforced cantilevered bent and the doubly reinforced 

straddle bent were approximately 0.5 and 0.75, respectively.  

Figure 6-1 presents the reinforcing layout and cross-section of C-Beam Specimen. The 

longitudinal reinforcement consisted of 10 No. 8 bars running continuously around the outside and 

hooked at the end of each beam. The singly reinforced beam had two No. 8 straight compression 

bars for construction purposes. The doubly reinforced beam had symmetrical compression and 

tension reinforcement .  

The longitudinal beam distribution steel (distributed along the beam web) consisted of 

three sets of No. 4 straight bars equally spaced. Transverse beam reinforcement consisted of closed 

stirrups with a center-to-center spacing of 4.5 in. starting at the column face. The longitudinal 

column distribution steel consisted of five sets of No. 8 bars equally spaced. Transverse column 

reinforcement had overlapping No. 4 stirrups spaced 4.5 in. centers. The beam-column joint was 

reinforced with four No. 4 U-bars at 8 in. centers continuing from the transverse beam 

reinforcement.

93



LINE OF APPLIED FORCE (6ft.) F 

D C/L Sr 

C

6' - 0" 17 Double Stirrups 
No. 4 @ 4.5" 

s 0 t. 2ff Scale: I

ci~ 

z 

2 1/2" 
2 1/4"

0 

8 No. 8 

2 No.  
1

8 
ft 

I-I

6 No. 4 
@ 7 7/8" c/c 

0 1 t 
I SCALE I

8 No. 8 

2 No. 8 
2kf

D - Doubly Reinforced

* S 

. .  

C - Column

5 No. 8 

2 No.8  
5.25" c/c 
(typ) 

1 1/4" 
2 No. 8Cover 
8 No- 8 Concrete

Figure 6-1: Elevation and Cross-Section of the C-Beam Specimens.  

94

F

0?

A 
b 
V) 

'V

L

3' - 0"

Reinforcement Layout

* 

eS * .. *5 
* S 

S * .. S.  

S.  
'-SI 

~il

- .  
*5 

S 

S 

S 

S 

-S

-

8 No. 8 

No. 8
6 No. 4 

@ 7 7/8" c/c 2

S - Singly Reinforced
I



Table 6-1 presents the reported material strength data on the test day and experimental test 

results. Specimen I was the control specimen and does not have any ASR/DEF induced damage, 

whereas Specimens 4 and 3 showed a 'moderate' and 'heavy' amount of damage due to ASR/DEF 

effects. The experimental setup, procedure, and general observations from the test can be found in 

Mander et al. (2012b, 2015).

Table 6-1: Material Properties and Test Results.  

Specimen 1 Specimen 4 Specimen 3 

fc'(ksi) 5.40 4.00 5.93 

Material f'(ksi) 0.30 --- --

properties Ec (ksi) 4190 3605 4390 

n* 6.92 8.04 6.61 

pJ ""(kip) 440 440 --

Poap t re(kip) 474 503 498 

Experiment AE't(in) 140 
al results Aeield . 1.1 

Failure (in.) 1.69 2.17 0.80 

P 1.13 1.97 --

*Modular ratio = Young's modulus of steel to concrete, where 
Es = 29000ksi = 200GPa

6.3 STAGE 1: STRENGTH ANALYSIS USING BEAM THEORY 

The code-based design approaches that were described in detail in Chapter 2 are used to predict 

the response of C-Beam Specimens 1, 4, and 3. Results from the application of each of these 

approaches are presented as follows. Computations are presented in Appendix A.

Step 1: Determine first yield flexural capacity, M.

The yield moment and the external load causing first yield are calculated using Eqs. (2-1) and 

(2-3), respectively. The parameters required by the analysis of Specimens 1, 4, and 3 are presented 

in Table 6-2. For Specimen 1 the analysis resulted in a yield moment of M =1290 kip-ft and a 

yield force of Ph = 430 kip for the doubly reinforced beam.
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Table 6-2: Results of Stage 1 Flexure Analysis (Without Deterioration).  

Specimen 1 Specimen 4 Specimen 3 

Doubly Singly Doubly Singly Doubly Singly 

k 0.271 0.299 0.285 0.317 0.267 0.293 Eq. (2-2) 

Cc(kip) -377 -480 -366 -474 -382 -478 

C,(kip) -132 -34 -144 -37 -128 -33 

T (kip) 511 511 511 511 511 511 

Mb(kipft) 1290 1276 1285 1269 1291 1279 Eq. (2-1) 

P<(kip) 430 425 428 423 430 426 Eq. (2-3) 

19, 0.78 0.78 0.85 0.85 0.75 0.75 Eq. (2-5) 

M$(kip.ft) 1442 1416 1428 1383 1446 1425 Eq. (2-4) 

P (kip) 481 472 476 461 482 475 Eq. (2-6)

Determine nominal flexural moment, M.

The nominal flexural moment (Mf) was calculated based on Eq. (2-4). The flexural capacity, 

M =1442 kip-ft for the doubly reinforced beam of Specimen 1.

Determine externally applied load based on beam flexure, Pf .

Based on the nominal flexural moment (Mi'), and knowing that the shear span to the face of the 

column Lb = 36 inches, the external load causing beam flexure on the bent cap is found to be 

Pf = 481 kip for the doubly reinforced beam of Specimen 1. The results for Specimens 1, 4, and 3 

are presented in Table 6-2.

Determine beam shear capacity, VS

The shear capacity (VS) is calculated from Eq. (2-7). Since there are no prestressing tendons, the 

component of shear carried by tendons V , =0. The parameters P and 0 are calculated based on 

Method 1. For the doubly reinforced side of Specimen 1 the shear capacity for the beam was found
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to be V,, = 281 kip and for the joint was found to be V' =532 kip. The results of this analysis for 

Specimens 1, 4, and 3 are presented in Table 6-3.  

Table 6-3: Results of Stage 1 Shear Analysis.  

Specimen 1 Specimen 4 Specimen 3 

Ash2(in) 0.393 0.393 0.393 

fc'(ksi) 5.40 4.00 5.93 

f,(ksi) 65 65 65 

s (in.) 4.5 4.5 4.5 

s'(in.) 8 8 8 

Singly Doubly Singly Doubly Singly Doubly 

jd(in.) 31 30.5 31 30.5 31 30.5 

V (kip) 109 108 94 93 115 113 Eq. (2-8) 

V (kip) 176 173 176 173 176 173 Eq. (2-9) 

Varch (kip) 437 430 376 370 458 451 Eq. (2-17) 

russ (kip)=I As,,fy 102 102 102 102 102 102 

Vns (kip) 285 281 270 266 291 286 Eq. (2-7) 

Vn (kip) 539 532 478 472 560 553 Eq. (2-16)

Step 5: Check strength hierarchy.

The strength reduction factor for shear and flexure are , = 0.90 and of = 0.90, respectively. It is 

observed that for the doubly reinforced beam of Specimen 1, ,"V= 0.90 x 281=253 kip is less 

than Pf = 0.90 x 481 = 433 kip. This result shows that the factored shear capacity for the beam 

is insufficient, which can lead to a shear failure in the beam. Similar observations are made for 

Specimens 4 and 3.
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Determine the shear capacity of the beam-column joint regions.

The beam-column joint shear can be found from the shear force diagram of the equivalent beam 

model of the C-Beam specimen shown in Figure 6-2. The joint shear was found to be 

V = 558 kip. The joint shear capacity of the joint is calculated based on Eq. (2-16) and is found 

to be V'= 532 kip. For the joint, it is observed that #Vf' = 0.90 x 532= 479 kip is less than 

OfVv = 0.90 x 558 = 502 kip.  

From this analysis it can be concluded that the factored shear capacity for both the beam 

and the joint is insufficient. This is true for Specimens 1, 4, and 3, and hence warrants further 

investigation, and a strut-and-tie analysis is performed.  

6.4 STAGE 2: STRENGTH ANALYSIS USING STRUT-AND-TIE MODELING 

The strut-and-tie model developed for C-Beam Specimen 1 is shown in Figure 6-3. The steps 

involved in the construct and analysis of the strut-and-tie method are shown below.  

Step 1: Determine the truss and node geometry.  

The width of the bottom face of the CCC node is equal to the depth of compression zone of the 

column (kd), which is determined based on the equation for the elastic compression zone 

coefficient k (Eq. 2-2) and was found to be equal to 9.53 in. The bottom face of the CCC node 

can be proportioned based on the ratio of Vj, / P< =558 / 481=1.16 (from the shear force diagram 

in Figure 6-2). The width of the CCT node is taken to be equal to the width of the bearing pad, 

which is 12 in. The width of the CTT node is based on the bar bending radius (R = 4 in.) and the 

radius (db /2) of the longitudinal column reinforcement.  

The height of the CCC node is assumed to be equal to the depth of the back face of the 

CCT node (which equals two times the distance from the tension face to the centroid of the tension 

reinforcement). The crack angle in the beam-column joint is assumed to be 45'. After the node 

geometries are determined, all the SAT model dimensions and inclination angle can be obtained.

98

Step 6:



-V

T dv V 

hC T
-N

(a) Bridge pierphysical model 

P-

C

481 
1(476) 

558 [482] 
(554) 
[560] 

(b) Shear force diagram (kip)

1442 
(1428) 

A"[1446] 

(c) Bending moment diagram 

(kip-ft) of cap beam 

Figure 6-2: Shear Force and Bending Moment Diagram of the Equivalent 
Beam Model of C-Beam Specimen 1 (Specimen 4) and [Specimen 3].  

99

Lb

hb

TT

-

C1



See CTT node deta

12" 

P,

41

CCT

75.5" 

CC -- ~ 6 

- 4 45.5 
. . .

4 

1

I.  
[ 4 

-I.  
*I 

* I 
I..  

-I 

I
I.  

1
.1

5.12"

.5" 
4. R=4".

CTT node detail

Figure 6-3: Strut-and-Tie Model for C-Beam Specimen 1.  

100

0,

-



Step 2: Solve the determinate truss.

All the member forces can be determined based on joint equilibrium assuming that the tension tie 

has yielded, that is T = Af,. The externally applied load based on steel yield was found to be 

P SAT = 429 kip. However, this is most unlikely to be the critical load, as the critical node needs to 

be identified as follows.  

Step 3: Determine critical node.  

Based on the geometry of the nodes it is determined that the CTT node is the most critical node 

with allowable stress in this node given as 0.65f,' (Eq. 2-19). The node strength of the CTT node 

is found to be F, = 536 kip, 397 kip, and 588 kip for Specimen 1, 4, and 3, respectively.  

Step 4: Determine external load causing node failure.  

The external load causing node failure for Specimen 1 based on the node capacity of the CTT node 

can be back calculated and is found to be PSAT = 318 kip. It is noted that for both the specimen 

PIA' < P and also the factored capacities ,PnsAI < OfPf. Therefore, joint capacity is technically 

undependable. The results of the strut-and-tie analysis are summarized in Table 6-4.  

Figure 6-4 shows that indeed the beam-column joint is most critical and that the CTT node 

is the most critical node. The joint is overlaid with the truss and the arch members as was observed 

from the crack pattern.  

The results show that it is somewhat inconclusive as to what the failure mode for 

Specimen 1 will be because the joint capacity is technically undependable. It is observed that the 

specimen also have undependable joint capacity. Additionally, the SAT analysis does not take into 

account the effects of ASR/DEF damage. This justifies the use of an advanced analysis technique 

where the C-STM method comes in handy.
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Figure 6-4: Failure Pattern Observed at the Beam-Column Joint of 
C-Beam Specimen 1.  
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Table 6-4: Results for Stage 2 SAT Anal sis.  
Specimen 1 Specimen 4 Specimen 3 Comments 

Dh(kip) 667 667 667 

DJ(kip) 723 723 723 

Ob(degrees) 40 40 40 

O,(degrees) 45 45 45 

pAT (kip) 429 429 429 Based on longitudinal 

0PA
T (kip) 300 300 300 steel yield.  

PSA'(kip) 318* 236* 349* Based on node 

Psa (kip) 223 165 244 capacity.  

PP"(kip) 433 428 434 

*Expected cri-ical failure mode capacity.

6.5 STAGE 3: STRENGTH AND DEFORMATION 

AND-TIE COMPUTATIONAL MODELING

CAPACITY USING COMPATIBILITY STRUT-

Figure 6-5 shows the C-STM model for C-Beam specimen (a) without and (b) with ASR/DEF 

damage. The cantilever beams were modeled using a single-point Gauss quadrature model. The 

joints were modeled using a two-point Gauss model (Kim and Mander, 1999) where the transverse 

ties were aligned with the U-bar reinforcement to provide a more exact representation of the 

reinforcement. The representative areas of reinforcement for the tension chord were defined as the 

sum of longitudinal steel and three sets of web distribution steel for tension. The compression 

chord was defined as the compression longitudinal steel. Rows 2, 3, and 4 of 

Figure 6-6, respectively, show the different nonlinear concrete stress-strain relationships that were 

derived for C-Beam Specimens 1, 4, and 3 from the material properties presented in 

Table 6-1.
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Figure 6-5: Modeling the C-Beam Specimens without and with ASR/DEF Damage.  
Note: The additional forces in (b) represent the prestress effect actively induced 

in the reinforcing steel caused by ASR/DEF induced concrete swelling.
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Stage 3.1: C-STM without ASR/DEF damage

Figure 6-5a shows the C-STM model that was developed for C-Beam Specimen 1. Specimen 1, 

the control specimen, had no ASRDEF induced damages. To simulate the experimental test setup 

as accurately as possible, initial loads (shown as PT in Figure 6-5a) were applied to the tension 

chord members of the protected beam in order to replicate post-tensioning effects in accordance 

with Phase I and Phase II testing. Note that this model essentially represents the C-STM analysis 

without any ASR/DEF effects.  

Stage 3.2: C-STM with ASR/DEF damage 

Figure 6-5b shows the C-STM model for C-Beam Specimens 4 and 3, which respectively, showed 

'moderate' and 'heavy' damage due to ASR/DEF. In order to account for the effects of ASR/DEF 

expansion, the confinement ratio for Specimen 4 was calculated to be KCC = 1.28 and 1.35 for the 

beam and the column core concrete, respectively. Similarly for Specimen 3 the confinement ratio 

was calculated as KCC = 1.21 for the beam and KCC = 1.31 for the column. The computation of 

confinement ratio for Specimen 3 is presented in Sheet 6-1. Based on the theory presented in 

section 3.6.5 the cover concrete strength reduction factors ,= 0.40 and k = 0.30 were adopted for 

Specimens 4 and 3 with 'moderate' and 'heavy' damage. As both the cover and core concrete areas 

contribute to the area of the strut in the C-STM model, a weighted average value of concrete 

compressive strength was used in the C-STM model. The computation of the effective concrete 

compressive strength for Specimen 3 is presented in detail in the Sheet 6-2.  

The prestress in the longitudinal and transverse reinforcement were deduced from the 

ASR/DEF expansion model presented in Chapter 4 and applied to the C-Beam specimens in 

Chapter 5, unlike in the earlier work (Mander et al., 2012b) where recommendations were made 

for the prestrains based on the level of damage. Detailed prestrain computations for the different 

longitudinal and transverse members of Specimen 3 are presented in Sheet 6-3-Sheet 6-7.
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sheet 6-3 C-ovwpvt6ItbovL. of prestrRL'vus I-vt tke Varbov&-s LKeviber& of the C-STM 

vKwo eL for S pe iw '.ev t 3 

cjvercm L votes 

DeveLopaevtt ev"Oth for spec Wvt&evu 3 #2 bars (DC) = 42.20" 

DIStovtcue to c.eveter of C--STM vKevvbers (Z) 

Mewvber frov. boewv siort f ce (I-vt.) froi coLuvtvu fnce (I-vt.) 

SI 31.04 52.22 

S2/SS 5O.1 3.0 

S3/sy- 54.135 25.125 

S4 /SR & 4.1 15.25 

SS/S9 R3.O35 5.G25 

froVw beOvt L0v0 fc&e (-'t.) 

ISIO 15.5 

SI/SIg 41.125 

Note: VRLuets in bLee are zess- tha L the aevezopmekst ze, 1gth.

Beam short face 

N 

S 14 N 

- 0 
s 1

S19

-- I 

A
S20

~, CIS 

Tcf

S16 
Column face

S17n S18

2.75 31 20.25 27 27

109

a, 

0 20 
E 

22.08

16. 18_
S20

11.75 

8 

11.25 

2.75

0

S18



sheet G-4 CovlApktatv ofprestrai-us vt the Var oks wmevbers of the C-STM 2 
wmoaeL for spe oevu 3 5 

L-v00,t tdloa L beam .. evbers (SI-S5)

CO, 
LL 

0 
-j 

E

0.01 

0.008 

c 0.006 
0.004 

CA 

0.002 
0

-(c) Joint Vertical Direction 
- (e) Beam in-plane 

-(f) Beam out-of-plane 
0 Expansion strain at 1829 days exposure

)0 365 730 1095 1460 1825 
Deterioration Time (days) 

Be ModeLel CtoPaSIv1. StrQvI-S Ottside DeveLopmevvt 
ace Levth Z.ovne 

The prestri-A\s Iv- the Lovegtodi.ciL bec vv vve'vbers (s1-s5) Pre covvpvted covsier-vu the 
civerge of vMooel eK pavesiov.? stri-v.s Pt tke ev'd of the exposure period (1029 {O Ps) Lvit the 
joI-vt vertcL ci-recttovu (c preseveted Ps 0ose II -Av Appevod-x 1) or Lovgitudi-val beP't vu-LpLivie 
direct-ovit (, preseovteo{ ds Cse v Ivu Appe"ditx { ) P vo Lov vg itiLvtol b oevK oL t-of-pLp vve direftiov

(fpresev'teO 2s C-ose 

Note: Pe7 = (Z / DC)

VH iv, AppeveOdix 1).  

p Ovtd{ = exppvAslove strI-v . 2t 1029 d o(s of exposure.

301ivut vert,oa l 
Ofrect'ovu C (Czlse III, 

AppdeAvbx 1)

L-v0-OEt"vtaL beaA 
oLt-of-PLb M ObreatLovo f 

(COSe VI, App6evwlfx I)

Averaoe 

Prestro tvI

p= 0.0529 p = 0.01422 
Oktsi e DCL 1229 ._ - 0.00220 C7 0.00271 

C-STM I from coLvv 129 .12:;2)9 
Member face (Gvu.) Ff 

S5 5.025 0.007L05 0.00224 0.0019 0.0274 0.01012 

S4 15.25 0.01912 0.0042% 0.0051 0.01052 0.01040 

S3 25.125 0.0315 0.00305 0.00250 0.01214 0.00:759 

S2 39.09 0.0490 0.00235 0.01323 0.00914 0.00575 

LfOwOt Ow.L beavv. gtuvLbeam 
I froVm b htvw., AVerclee 

Short fcucae Lvt-jLavte e (case V, ovt-of-pLavxe OtrectLovt f ,eraSe 
_A'ppevt'x I) (Case VII, Appevwdux 1) 

p= 0.0154 p =0.01422 
S2 OctSiOde. DL IR29 1R29 0.00040 

E, 0.0042 EP -0.00271 

SI 31.04" 0.00+2 

0.01437 0.00523 0.01050 0.01000 

Note: Prestri-vu vPlves presev\teO Iv. bLce Pre Pdopteo for tke correspovAAi-vt C-STM vmemoer.

110

.. .. ... . .... .. .. .

COW

- - --lillllll11111111111IIIIIIIIIII~llllllll. ..-E 

-E



skeet- CovttOv ofrestrcftvts Ivthe Vtrfovs vtewksers of the C-STM 3 

mvoo6L for spewr-(seve s 

Lovgitzi~valBevaMevaber SG-j

0.005 
0.004 

0.003 

.0.002 

0.001 

0

- (c) Joint Vertical Direction 

- (e) Beam in-plane 

0 Expansion strain at 1829 days exposure 

0 365 730 1095 1460 1825 
Deterioration Time (days)

COace 

Go 

11__ NOXA 
a gG,

The prestrI-vus It't the Lovt kO-tvdiKvtOL bepvK vvevitbers (SO-S5) ore covvpucteu{ covisI-eri-ew j the 

vio OeLed expovsLovi str ovus Pt the evtod of the exposLtre peri.o dvt thejoEvt verticPL directiovi (c 

presevtteo Ps CAse M Iv t Appevodi-x 1) or Lov'titkAotvtoL beovv. Iv,-pLve irestlov, (e preseveteO Ps 

C se v ve Appevedi-x 1).  

jof-vo t vertf-alL olireati'Wvk o (aase I 11, Appevedi',x 1) 

Oufts E e ThL p= 0.0525 e = 0.00220 

C-STM I veas11reotfrowv Ie 

Member CoL..vvv' focle (Lbv.) 

S3 5.025 0.00%05 0.00004 

SR 15.25 0.01512 0.00427

S7 25.125 0.0315 0.00305 

So L3.03 0.0430 0.00235 

I vmeasw-ed frovw LovOgtVQAVUL becRw ',v-?L2vKe e (caSe v, 

becint short f2Ce Appev4dLx 1) 

So ovtsi e TL p=0.0354 e7 = 0.0042 

Note: Prestr-vu VPLkes presevted I-vt bLve Pre Pdopteod for the corespov iveg C--STM vmvember.

111

CD 
0 

C_ 
0 
-j 
E 
aU 
CD

MoldeGd expavlsfLov StrafL.s ovts'Lde Developvevet 
Levoth Zovxe



sheet G-6 computf-ov, of prestr'ivws bi.-v the varioks vmembers of the &-STM 4 
vmLode for spe vLmevu 3 5 

Loogl~udi~ua oltivmv& members (S:1&-S2o)

0.005 

0.004 

0.003 

0.002 

0.001 

0*

-(e) Column in-plane 

0 Expansion strain at 1829 days exposure

0 365 730 1095 1460 1825 
Deterioration Time (days)

An ae 

1,eae 

gace

The prestrivvts Ev the Lovt vtl coLtvvt vevbers (s14-s20) Pre covpte covUUsierivg 
the vvodeLed expPvesiovt strpv s Pt the evo of the exposvwe perwoo (122J dO s) v the coltcvAv 
Lo&tttcdLVPL fpce (e presented Ps cvse v( v Appevd&x 1).  

Note: p, = (Z /DL)p Pv4d - exCfcvfsfov' strai~tt ot 1 o22 o oig s of exposure.  

C-STM / eR4irev{ fromv &oLR v it f d-rect-ov. e (c-c2se VI, 
member beaw. Lovtg face MevvAber -ev .ficeAppevtdf~x I) 

(evit.) 

S12/S20 OCVtsi-ce DL p =. 6 = .  

SI7/SLq 41.125 0.04535 0.034 

S14 15.5 0.02445 0.0545 

Note: PrestOLv', Vles preseotd Lv' bLve Pre oipteO for the Correspov"iv\t C-STM vAevber.

112

a), 
0 
Lu 

0) 

E 
cu 
a) 

cm

.1-a

ModeLed G-xP1 vsovu StrR{vus oktsf-de DeveLapvmevut 

LegtKth ZoVUe



.Sheet 07 CoVIpi-tatwoA of prestryavs 'Mv the var'ovs wvtewbers of the C-STM 5 

ovoldv for Sp(es, 5s 55 

Trolvusverse members (,s14, s1L5, s21)

Q) 
C., 
CU 

IL

0) 
-J 

E 
CU

0.025 

.S 0.02 

0 0.015 

0.01 

0.005 

0

(a) Column top transverse 

(f) Beam out-of-plane 

0 Expansion strain at 1829 days exposure 

-I

0 365 730 1095 1460 
Deterioration Time (days)

1825

GIOW

ModeLed expavus'ovt Strciis ovtsbde DeVeLopmeout 
Levuth Zove

Te prestrPov\s E/t tke trovsverse vvevvbers Evt the beovvt (s-4) PAd the bePVV-OoLkvIvVjoivet 

(si5) Pre CovpLteO{ cov siEeriuv\o the vtodeLe exppvwsiov strPV-ve Pt the ed of the exposure 

period (12 d{Gls) i-v' the beavv ovt-of-plaove ree)-ovk ( presevted 2s ccse I vtt AppevdAix 1).  

,S~vAUlrL , the prestrp ves Lv't the coLkvvito trpvsverse vxevmbers (s21) Pre covpkted ffro/V the 

vAodeLO exppvsiov w strpi-v s -vt the coLkvtv top trvsverse region ( presevoteO PS Cose 11 I

Appev I/x =).  

S otze: pg (l ) p avt & pveSiOVe stOi,v6 at 122 o as of expowvure.

C-STM MeVmber P c- = 

S14/SI5 O.17: 0.021G 

S21 0.001J5 0.02032

Note: PurestrIv\ vILves prweetsec{ -vt 

the corrspovu-v C-STM vviAbr.
bLve Pre oCptOe for

113



Table 6-5 presents a summary of the prestrains for Specimen 3 and 4. Based on the 

prestrains and the area of the steel member, the prestress force on the C-STM members were 

backcalculated. The modified stress-strain relation of longitudinal and transverse reinforcing steel 

due to prestressing effects (for Specimen 4) is shown in Figure 6-7.  

6.6 C-STM RESULTS AND DISCUSSION 

Figure 6-8a shows the modeled results for the C-STM response for C-Beam Specimens 1, 4, and 3.  

The stiffness change in the control Specimen 1 at about 130 kip was due to the first cracking of 

concrete. For Specimens 4 and 3, the major stiffness changes were at 450 kip and 465 kip, 

respectively. This change in stiffness occurred when the decompression of the prestress effect 

occurred at the critical cross sections.  

Figure 6-8b presents the experimental performance of the C-Beam specimens. The 

behavior of the specimens during the initial prestress process were not captured accurately.  

Therefore, the initial displacement of the experimental results are offset based on the C-STM 

observations.  

It is evident from Figure 6-8 that the computationally modelled C-STM results are in good 

agreement with the experimental observations from the C-Beam specimens. A comparison 

between the C-STM and experimental ultimate load capacity for the C-Beam specimens shows 

that the C-STM results are within 5% from the experimental results.  

The various levels of deterioration caused by ASR/DEF expansion on the concrete 

structure were also successfully modeled into the C-STM, and the results are in good agreement 

with the experimental observations.  

All the nonlinear mechanisms that developed progressively in the various constituent 

members of the C-STM are presented in Figure 6-9. The left column of Figure 6-9 shows the 

development of nonlinear hinges formed during the C-STM analysis of the C-Beam specimens.  

When this information is combined with the overall force-deformation behavior of the specimens 

(the graphs in Figure 6-9), some insight into the progression of nonlinear hinge formation with 

respect to the global force-deformation behavior of the structure is obtained. These modeled 

outcomes shown in Figure 6-9 agree well with the visual observations made during each 

experiment.
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Table 6-5: Prestrains in C-STM Members for C-Beam Specimens.  

Member Specimen 4 Specimen 3 

Si 0.0044 0.0079 

S2 0.0036 0.0065 

S3 0.0038 0.0076 

S4 0.0046 0.0104 

S5 0.0068 0.0181 

S6 0.0027 0.0042 

S7 0.0021 0.0031 

S8 0.0027 0.0043 

S9 0.0043 0.0088 

S14/S15 0.0075 0.0217 

S16/S22 0.0044 0.0057 

S17/S19 0.0028 0.0034 

S18/S20 0.0025 0.0034 

S21 0.0133 0.0204

C-STM longitudinal and transverse members
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S 14

'-0 

S22- S20 __
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4-0

Steel Strain 

Figure 6-7: Actual and Modified Stress-Strain Models for Reinforcing Steel to 
Account for Prestressing Effects in C-Beam Specimen 4.
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Figure 6-8: Force-Deformation Results for Specimens 1, 4, and 3.  

117

600

II II 

------------- ------------ ------------- --------- ------

- -- - -- --- -- -- --- --- - -- - - -- --- --- ---- - -- -- -- - --- - - -- - - - --- 

-- --- - -- - - ---- --- -- --- --- ----- --- -- 

-- - - - - -- --- - -- --- - --- - -- -- - -- - ---- - - --- - -- -- - -- - -- -- -

0.  

U 

0 
U

0 

U

100 

0 

600 

500 

200 

U 

0 300 
0 

U 200

100 -

U

------------- - - - -- -- -- -- -- -- -- -

- - --- --- - -- - ---- --- - ------------ ---------- --------- -- ---

Assumed ( odeled) beha ior 
--- ~ ~ ~ b --ir r -~ -- -- --------r-re s pn r To ~ ~~ ~ -- --- ----~~-~~~ 

release

0

.

500

400

300-

-

-



Figure 6-9a shows the order of nonlinear hinge formation observed from the C-STM 

analysis of Specimen 1, in addition to the force-deformation of C-Beam Specimen 1 along with 

the points that correspond to the formation of nonlinear hinges. The chronological progression of 

nonlinear behavior for C-Beam Specimen 1 is as follows.  

" Longitudinal cracking first occurred in the beam. This is when the member stress exceeds the 

concrete tensile strength, thus initiating flexural cracking in the beam at the column face, and 

along the column, respectively. Tension softening refers to the concrete's ability to resist 

tensile strains after the development of the primary cracks.  

" Transverse cracking then occurred in the transverse concrete elements, starting in the beam 

column joint and then in the beam. This corresponds with diagonal shear cracking observed as 

a result of the flexure-shear interaction and is in agreement with experimental observations.  

* Chord compression occurred in the diagonal arch and column compression chord elements 

indicating that the concrete had exceeded the elastic limit of 0.5f.  

" Longitudinal yielding occurred in the longitudinal beam reinforcement when the stress exceeds 

the specified yield stress f,.  
* Transverse steel yielding in the beam-column joint U-bars were the next member in the C-STM 

to respond nonlinearly.  

" With the yielding of transverse reinforcement in the beam-column joint the load-carrying 

capacity of the truss mechanism is limited, and the stress flow occurs through the corner-to

corner arch diagonal in the beam-column joint.  

" The final event, which results in the collapse of the concrete bridge pier, is compression 

softening of the main corner-to-corner (arch) strut in the beam-column joint.  

It should be noted that Specimens 3 and 4 were heavily cracked due to the effects of 

ASR/DEF related expansion. Therefore, for Specimens 3 and 4 the concrete tensile strength was 

neglected in the C-STM analysis. As noted earlier, prestress forces were applied to the C-STM 

model to simulate the effects of expansion caused by ASR/DEF on the structure. Concrete 

decompression in Figure 6-9 refers to the stage when the effects of the applied prestress are 

overcome by the applied loading and the concrete strains become tensile (positive).
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In Specimens 3 and 4, from the strain data obtained from the field, it was noted that 

reinforcement had yielded prior to testing. Similar observations are made in the C-STM analysis.  

In Specimen 4 the major change in stiffness of the force-deformation behavior occurred when 

decompression occurred in concrete in the beam and the beam-column region of the specimen 

(events 7-8 in Figure 6-9c). Similar observations were also made for Specimen 3 where the major 

change in stiffness occurred during the decompression of longitudinal reinforcement in the beam 

and beam-column region (events 4-5 in Figure 6-9d) just before the failure of the specimen.  

From Figure 6-9 it is evident that by overlaying the commencement of formation of non

linear hinges in the different members of the C-STM on the overall force-deformation behavior of 

the specimen, a deep insight into the internal mechanism of the specimen behavior can be obtained.  

Also it is clear that the final event which resulted in the collapse of the C-Beam specimens with 

and without ASR/DEF damage was the compression softening of the corner-to-corner (arch) strut 

in the beam-column joint and the CTT node failure was an outcome of that failure mechanism.  

6.7 CONCLUDING REMARKS ON WORKED EXAMPLE 

The results of the analysis are summarized in Table 6-6.  

From the results presented in Table 6-6 and the C-STM results presented in Figure 6-8, it 

is observed that the flexural analysis predicts the yield force accurately. However, the sectional 

shear approach had the largest discrepancy and did not accurately represent the specimen capacity.  

These predictions are unduly harsh because the shear capacity is calculated in a D-region where 

the theory breaks down. It is for this reason a SAT analysis needs to be conducted. This analysis 

would imply that the joint would fail even before the beam yielded, thus suggesting that the 

structure fails in a very brittle manner. However, this is not the case as can be seen from the 

experimental results (Figure 6-8). The effects of ASR/DEF damage cannot be analyzed using any 

of these techniques.  

On the other hand, the C-STM simulates the behavior of the specimen quite well and also 

overcomes the difficulties associated with trying to model the failure mechanism using present 

conventional strength-based analysis techniques used in AASHTO LRFD (2010) for design. The
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Table 6-6: Result for C-Beam Specimens 1, 4, and 3.  

Specimen 1 Specimen 4 Specimen 3 

Factored Factored Factored 

Stage Capacity Capacity Capacity Capacity Capacity Capacity Comments 
(kp kp i)(kip) (kip) (kip) 

External load based on 

p 430 --- 428 --- 430 --- yield flexural of the 

__ _______ __________ beam.  

External load based on 

P 481 433 476 428 482 434 nominal flexural capacity 
of the beam.  

281 253 266 239 286 257 Beam shear capacity.  

Jjn' 532 479 472 425 553 498 Joint shear capacity.  

I T External load based on 
pSAT 318 223 236 165 349 244 critical CTT node.  

External load based on 

pSAT 429 N/A 429 N/A 429 N/A yield of longitudinal steel 
in beam.  

Compression failure due 
to diagonal 

splitting/compression in 
PC-STM 18 496* 347 484 the beam-column joint 

zone. #0=0.70 
(assumed).  

Maximum load at 

incipient failure due to 
- xt 474 --- 503 --- 498 -.  

Failure failure in beam-column 

joint zone.

Bold typeface = critical case.  
'Value assumed for overall structural load rating.

L~Q

r-A



effects of ASR/DEF were modeled into the C-STM analysis technique, and the results are in good 

agreement with the experimental observations. Additionally, the C-STM provides additional 

insight in terms of the sequence of behavior and whether the behavior is ductile or brittle.  

Finally, providing the applied factored loads 1.25D+1.75(L+I) are less than $Pc-srM 

318 kip then the load carrying performance of the structure can be deemed acceptable. However, 

it is to be noted that 'heavy' damage due to ASR/DEF considerably affects the ductility of the 

structure. Additionally, the cracks act as a pathway for moisture ingress into the core of the 

specimen which in turn promotes a considerable amount of corrosion of the exposed reinforcing 

bars. It is unknown what the combined effects of ASR/DEF expansion and corrosion would be on 

the structure.
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7. CLOSURE

The model for ASR/DEF related expansion in reinforced concrete, is an effective means of 

predicting the expansion strain in the various regions of a structure. Knowing the expansion strains, 

the amount of prestress to be applied on the structure to simulate the effects of ASR/DEF expansion 

can be computed.  

From the analysis of the C-Beam specimens presented in the earlier sections, it can be seen 

that the strength-based analysis does not give a conclusive estimate of the ultimate strength of 

bridge piers. Also, none of these analysis techniques takes the effects of ASR/DEF damage into 

account. However, the compatibility based strut-and-tie model that was developed as a 

computational method of analyzing the nonlinear flexure-shear interaction of deep beams and 

other disturbed regions gives a good estimate of the behavior of shear critical concrete bridge piers.  

The highlights of the expansion modeling and computational truss modeling technique are as 

follows: 

ASR/DEF Expansion Model: 

" The proposed minimalist model needs limited input parameters, which can be deduced 

from expansion observations and material properties.  

" In addition to the effects of varying temperature and moisture on ASR/DEF induced 

expansion, the effects of compressive and tensile stresses were also included in the 

formulation.  

" By taking into account the appropriate reinforcement ratios, the model was able to simulate 

the expansion strains in the longitudinal and transverse directions. Considering the 

complex nature of the ASR/DEF expansion mechanism, and the wide scatter of field 

recorded data, the model was able to simulate the expansion strains quite well.  

C-STMAnalytical Modeling: 

" Incorporates a method for apportioning the interaction of different truss and arch shear 

resisting mechanisms.  

" Incorporates the contribution of both flexural steel and concrete in compression chord 

members transformed from conventional stress block methods, which in turn defines nodal 

coordinates.
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" Incorporates a direct method of modeling the softened constitutive relations of cracked 

reinforced concrete struts, which does not require an iterative process to obtain 

convergence.  

" Enables to model the effects of ASR/DEF into the analysis.  

" Accurately simulates the global force-deformation response of the structure without and 

with ASR/DEF damage.  

" Enables to "see" the nonlinear mechanism that progressively develops in the structure and 

precisely pinpoints the failure point and mechanism.
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APPENDIX A: STAGE 1-3 ANALYSIS-C-BEAM SPECIMENS 

This appendix presents the analysis procedure followed for the C-Beam specimens. The 

computations for Stage 1 (beam theory), Stage 2 (SAT analysis), and Stage 3 (C-STM analysis) are 

included.

Table A-1: Material Properties for C-Beam Specimens.  

Specimen 1 Specimen 4 

f,'(ksi) (at time of testing) 5.40 4.00 

f,'(ksi) 0.30 0.23 

E (ksi) 4190 3605 

f (ksi) 65 65 

E, (ksi) 29000 29000

STA GE 1: ANALYSIS USING BEAM THEORY 

Step ]: Determine first yield flexural capacity, M.
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Figure A-1: Strain and stress distribution for computation of yield moment.



Table A-2: Computation of First Yield Flexural Capacity and Corresponding Axial Load.  

Specimen 1 Specimen 4 
Doubly Singly Doubly Singly 

reinforced reinforced reinforced reinforced 

A,(in 2 ) 7.854 7.854 7.854 7.854 

A'$(in 2 ) 7.854 1.571 7.854 1.571 

b (in.) 24 24 24 24 

d (in.) 33.25 33.25 33.25 33.25 

d'(in.) 2.75 2.25 2.75 2.25 

jd = d - d'(in.) 30.5 31 30.5 31 

A 
PL = A 0.00984 0.00984 0.00984 0.00984 

bd 

A' 
PL'= b 0.00984 0.00197 0.00984 0.00197 

bd 

n=E,/ E, 6.92 8.04 

k= (pL +p' 2 n2+2(pL +p' d'd)n -(pLp)n 

k 0.271 0.299 0.285 0.317 
kd (in) 9.01 9.94 9.48 10.54 

cc = 0.00083 0.00096 0.00089 0.00104 
d -kd 

c' (kd-d') 0.00058 0.00074 0.00063 0.00082 S d -kd 

C,(kip) - Ic Ec(kd)b -377 -480 -366 -474 
2 

C,(kip)= A's'E -132 -34 -144 -37 

T, (kip)=A~f 511 511 511 511 

M =Ts(d -kd /3)+C,(kd / 3 d') 

M (kip.in) 15474 15319 15420 15228 

Pb =Mb /L where Lb = 36 in.  

P (kip) 430 425 428 423
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Step 2 and Step 3: Determine nominalflexural moment, Mf and externally applied load based on 

flexure, P,.  

For an accurate estimate of the nominal moment, calculations were performed in a spreadsheet 

considering the contribution of each layer of steel. The spreadsheets are presented below for both 

doubly and singly reinforced beam for both the specimens.  

Table A-3: Computation of Flexural Moment and Corresponding Axial Load Demand for 
Doubly Reinforced Beam: Specimen 1.  

Input Parameters Calculated Variables 

Section Properties Reinforcement Details Reinforcementa0.85 Propertes 

Breadth (in) 24 Reinforcement Diameter Es (ksi) 29000 0.78 
(in) 

a (shear 36 Longitudinal 1 fy (ksi) 65 
span) (in) 

Concrete Properties Distribution 0.5 Assume NA 
depth for 4.145 

fc (ksi) 5.4 Stirrups 0.5 equilibrium, 
c (in) 

Analysis 

No: Dist to Stress Force in 
Layer of Area (in2) layers Strain in Steel Concrete/ Moment 

bars bottom (in) (ksi) Steel (kip) (kip-in) 

Concrete ----- ----- 1.617 -0.0030 ----- -356.16 -575.75 
(Bottom) 

1 8 6.28 2.250 -0.0014 -39.77 -249.91 -562.30 

Steel 2 2 1.57 4.750 0.0004 12.70 19.95 94.75 

Steel 3 2 0.39 10.125 0.0043 64.96 25.51 258.29 

Steel 4 2 0.39 18.000 0.0100 64.96 25.51 459.18 

Steel 2 0.39 25.875 0.0157 64.96 25.51 660.06 

Steel 6 2 1.57 31.250 0.0196 64.96 102.04 3188.72 

Steel 7 8 6.28 33.750 0.0214 64.96 408.16 13775.26 
M/ (kip-ft) 1441.52 

P1 (kip) 480.51

133



Table A-4: Computation of Flexural Moment and Corresponding Axial Load Demand for 
Singly Reinforced Beam: Specimen 1.  

Input Parameters Calculated Variables 

Section Properties Reinforcement Details Reinforcement 0.85 
______Properties 

Breadth (in) 24 Reinforcement Diameter Es (ksi) 29000 f 0.78 
(in.) 

(san)ri 36 Longitudinal 1 f, (ksi) 65 

Concrete Properties Distribution 0.5 Assume NA 
depth for 5.845 

fc (ksi) 5.4 Stirrups 0.5 equilibrium, 
c (in) 

Analysis 
Dist to Stress .  

No: of layers in Force in Moment Layer bars Area (in2) from Strain Steel Concrete/ (kip-in) 
bottom (ksi) Steel (kip) 

(in) 

Concrete ----- ----- 2.280 -0.0030 -502.23 -1144.86 
(Bottom) 

1 2 1.57 2.250 -0.0018 -53.46 -83.97 -188.93 
Steel 2 0 0.00 4.750 -0.0006 -16.30 0.00 0.00 
Steel 3 2 0.39 10.125 0.0022 62.08 24.38 246.83 
Steel 4 2 0.39 18.000 0.0062 64.96 25.51 459.18 
Steel 2 0.39 25.875 0.0103 64.96 25.51 660.06 
Steel 6 2 1.57 31.250 0.0130 64.96 102.04 3188.72 
Steel 7 8 6.28 33.750 0.0143 64.96 408.16 13775.26 

M,/f(kip-ft) 1416.36 

P,1 (kip) 472.12
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Table A-5: Computation of Flexural Moment and Corresponding Axial Load Demand for 
Doubly Reinforced Beam: Specimen 4.  

Input Parameters Calculated Variables 

Section Properties Reinforcement Details Reinforcement 0.85 
___________Properties 

Breadth (in) 24 Reinforcement Diameter Es (ksi) 29000 0.85 
____ ____ ___(in.) 

a (shear 36 Longitudinal 1 f, (ksi) 65 
span) (in)I 

Concrete Properties Distribution 0.5 Assume NA 
depth for 4.555 

fc (ksi) 4 Stirrups 0.5 equilibrium, 
c(in) 

Analysis 

Dist to 

No-~ of layers Stress in Force in Moment 
Layer b' Area (in2) from Strain Steel Concrete/! .-.  

bars bottom (ksi) Steel (kip) p-in) 

(in) 

Concrete ------ 1.936 -0.0030 ----- -315.93 -611.61 

(Bottom) 1 .8 6.28 2.250 -0.0015 -44.02 -276.61 -622.38 

Steel 2 2 1.57 4.750 0.0001 3.72 5.85 27.79 

Steel 3 2 0.39 10.125 0.0037 64.96 25.51 258.29 

Steel 4 2 0.39 18.000 0.0089 64.96 25.51 459.18 

Steel 5 2 0.39 25.875 0.0140 64.96 25.51 660.06 

Steel 6 2 1.57 31.250 0.0176 64.96 102.04 3188.72 

Steel 7 8 6.28 33.750 0.0192 64.96 408.16 13775.26 
MJ (kip-ft) 1427.94 

P,/ (kip) 475.98
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Table A-6: Computation of Flexural Moment and Corresponding Axial Load Demand for 
Singly Reinforced Beam: Specimen 4.  

Input Parameters Calculated Variables 

Section Properties Reinforcement Details Reinforcement 0.85 
Properties 

Breadth (in) 24 Reinforcement Diameter Es (ksi) 29000 p 0.85 
(in.) 

a (shear 36 Longitudinal 1 f, (ksi) 65 span) (in) 

Concrete Properties Distribution 0.5 Assume NA 
depth for 6.985 

fc (ksi) 4 Stirrups 0.5 equilibrium, 
c (in) 

Analysis 
Dist to 

No:~ of layers Stress in Force in Moment Layer bars Area (in2) from Strain Steel Concrete/ (ki-in) 
bottom (ksi) Steel (kip) 

(in) 
Concrete ----- 2.969 -0.0030 ----- -484.48 -1438.24 
(Bottom) 

1 2 1.57 2.250 -0.0020 -58.58 -92.01 -207.03 
Steel 2 0 0.00 4.750 -0.0010 -27.84 0.00 0.00 
Steel 3 2 0.39 10.125 0.0013 39.11 15.36 155.50 
Steel 4 2 0.39 18.000 0.0047 64.96 25.51 459.18 
Steel 2 0.39 25.875 0.0081 64.96 25.51 660.06 
Steel 6 2 1.57 31.250 0.0104 64.96 102.04 3188.72 
Steel 7 8 6.28 33.750 0.0115 64.96 408.16 13775.26 

M,/ (kip-ft) 1382.79 

P,1 (kip) 460.93
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Step 4: Determine beam shear capacity, VS.

Table A-7: Computation of Beam Shear Capacity.  

Specimen 1 Specimen 4 

fi'ksi) (at time of testing) 5.40 4.00 

f, (ksi) 65 65 

b/(in.) 24 24 

AV (in 2) 0.393 0.393 

s (in) 4.5 4.5 

/ (per AASHTO 2 2 
Method 1) 

0 (degrees) (per AASHTO 45 45 
Method 1) 

Doubly Singly Doubly Singly 

d, = jd (in) 30.5 31 30.5 31 

V, = 0.0316IP377bvd, (kip) 108 109 93 94 

V =Avf-y-cot0 (kip) 173 176 173 176 

VS =Vs+, (kip) 281 285 266 270

Step 5: Check strength hierarchy.

Table A-8: Checking Strength Hierarchy.  

Specimen 1 Specimen 4 

Doubly Singly Doubly Singly 

0.90 (AASHTO 5.5.4.2) 

V (kip) 281 285 266 270 

Of 0.90 (AASHTO 5.5.4.2) 

Pif (kip) 481 472 476 461 

(V/ (kip) 253 256 239 243 

Of Pf (kip) 433 425 428 415
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In all of the above cases #,7S <OfPj, which implies that the dependable shear capacity 

may be insufficient leading to a shear failure of the bridge pier.  

Step 6: Determine the shear capacity of the beam-column joint region.  

The vertical shear in the joint (Vj,) caused by the axial load based on flexure can be determined 

from the shear force diagram of the equivalent beam model of the bridge pier shown in 

Figure A-2. The horizontal shear Vjh can be computed from V,.  

Table A-9: Computing the Vertical and Horizontal Shear in the Beam-Column Joint 
Caused by Flexural Axial Load Demand.  

Specimen 1 Specimen 4 

Doubly Singly Doubly Singly 

Pf (kip) 481 472 476 461 

Vj (kip) 558 548 554 535 

hk =h (in.) 36 36 

he 
Vjh -Vj v (kip) 558 548 554 535 

kt
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L p 

a- - - b___________ 

d 
'h 

(a) Bridge pier physical model 
f 

P n 

TT C 

:1481 
58 476 

558I 
554 

(b) Shear force diagram (kip) 

1442 
/ 1428 

(c) Bending moment diagram 
(kip-ft) of cap beam 

Figure A-2: Approach to determine shear in the beam-column joint for Specimen 1 and 
Specimen 4.  
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The computation for assessing the joint shear capacity is as follows:

Table A-10: Assessing the Joint Shear Capacity.  

Specimen 1 Specimen 4 

Y 4,, (in 2) 
1.571 1.571 

(total area of hoops/ties 
in the joint region) 

f, (ksi) 65 65 

f ' (ksi) 5.4 4.0 

b,, (in) 24 24 

Doubly Singly Doubly Singly 

jd (in.) 30.5 31 30.5 31 

V,,,, (kip) 102 102 102 102 

Vrch (kip) 430 437 370 376 

T (kip) = V,,h + V,,, 532 539 472 478 

01, 0.90 

4VT' (kip) 479 485 425 430 

Of 0.90 

#fV 1,, (kip) 502 493 498 481

In the above cases $,/ <#,Vj, which implies that the joint capacity is less than the 

demand, and hence there could be a shear joint failure.  

From the above analysis it is determined that the beam and the beam-colun joint are shear 

critical. Therefore a strut-and-tie analysis is performed. It is also required by the code to perform 

a SAT as the a / d ratio for the specimen is 1.08.
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STAGE 2: STRUT-AND-TIE ANALYSIS

Step ]: Determine the node geometry.  

The computation of the node dimensions and geometry for the two specimens follows.  

CCT node: 

" The width of the CCT node is taken equal to the width of the bearing pad =12".  

" The depth of the back face of the CCT node = 2 X distance from the extreme tension face 

to the centroid of the tension reinforcement = 2x2.75 =5.5".  

CTT Node:

0 Width of the CTT node 2x(R + d6 /2)2 where R = bar bending radius = 4" and d=

diameter of the column longitudinal rebar = 1".  

CCC Node: 

* The width of the bottom face of the CCC node is equal to the depth of compression zone 

of the column (kd) , which is determined based on the equation for the elastic compression 

zone coefficient k.

0 The bottom face is proportioned based on the ratio of a / b = V, / P1 (Figure in

Table A-1 1) obtained from Stage 1 of the analysis.  

" Since the horizontal force in the CCC node is equal to the horizontal force in the CCT node, 

the height of the CCC node is assumed to be equal to the depth of the back face of the CCT 

node= 2x2.75 = 5.5".  

" Knowing the above, the other sides of the CCC node can be determined.
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Table A-11: Computations for Sizing the CCC Node.

5 No. 8 

2 No. 8 
5.25" c/c 
(typ) 

2 No. 8 
8 No. 8

(a) Column cross section

5.5" 
\ ' 

4 1 

(b) CCC node configuration

Specimen I Specimen 4 

A, (in2) 7.854 

A' (in2) 3.927 

b (in.) 24 

d (in.) 33.25 

d'(in.) 2.25 

PL s0.00984 0.00984 bd 
A' 

pSIA, 0.00492 
bd 

n=E /E, 6.92 8.04 

k= L+p)
2
n2 +2(pL p'd'/dn-(pL +p)n 

k 0.287 0.303 
kd (in.) 9.5 10.1 

V,, (kip) 558 554 

P< (kip) 481 476 

V , / Pn- 1.16 1.16 

a (in) 5.12 5.41 

b (in) 4.41 4.66
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Table A-12: Geometry and Dimensions of Nodes.  

Pn 
CCT 

< 5" 
0 OCT 

oob 

Specimen 1 Specimen 4 

0, 5 5.5" 

4.41" 4.66" 

5.12" .1
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Step 2: Solve the determinate truss-determine strut and tie forces.

Table A-13: Forces in the Struts and Ties of the SAT Model.  

pSAT 

(d e C T 

D& ;T/ cs( T (kp)66 

D 

.
...  

Node forces based on steel yield 
D, (in 2 ) 7.854 

fy (ks i) 65 

Ob, (degrees) 40 PS CO 

0, (degrees) 45 

T =A D () (kip) 511 

Db= T /cos(Ob) (kip) 667 ZD 

PsAT =Dbsin(Ob) (kip) pSAI
T  429 

C=- D bcos(Ob) (kijp) 511 D 

C, 
o J =D lcsO. kp 723 

CP ! = os(0) (kip)51 .pjA 

Step 3 and Step 4: Determine minimum externally applied load causing node failure and determine 

shear demand 

Allowable stresses in the nodes based on AASHTO (2010) are presented in Table A-14. From the 

allowable node stresses, the CTT node is found to be the critical node. The axial load required to 

cause the failure of the CTT node can be backcalculated based on the allowable nodal stress and 

the area of the node. The results are presented in Table A-14.
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Table A-14: Allowable Node Stresses and Axial Load Required to Cause CTT Node 
Failure.  

Specimen 1 Specimen4 

ff'ksi) 5.40 4.00 

Allowable Stresses 

CCC Node fu =0.85f' 4.60 3.40 

CCT Node f =0.75f' 4.05 3.00 

CTT Node f =0.65ff 3.51 2.60 

Node capacity Dj(node) (kip) = Fc 536 397 

Axial load that causes nodal failure, 
318 236 

PA(kip)=PySATDJnode)'/ID1 

e ~~p SAT e-STs 

For both the specimens it is evident that'Pn computed from the SAT analysis is lesser 

than P'calculated from the beam flexure theory. Also, pS <#fP for both the specimens.  

However from the experimental results, it was observed that the load at failure for Specimen 1 

and 4 was PJfr =474 kip and 503 kip, respectively. It is apparent from Stage 1.and Stage 2 of 

the analysis that they do not give a good prediction of the load carrying capacity of the specimens.  

Therefore, a C-STM analysis is performed to evaluate the performance of the structure.
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STAGE 3: ANALYSIS USING COMPA TIBILITY ST RUT-AND-TIE METHOD

The computation of member and material properties of the C-STM model are presented below for 

Specimen 1 (control specimen) followed by Specimen 4 (with ASR/DEF damage).  

Computation for C-Beam Specimen 1 

A few of the section properties have to be determined beforehand to set up the C-STM geometry.  

These computations follow.  

Step 1. Calculate section properties.  

Table A-15: Computation of Section Properties for C-STM.  

Singly Doubly Reinforced Column Reinforced 

Compression C ord A 

d~ 

d h 
CROSS-SECTION 

As total) 

Tension Chord A 

Compression Chord 8-#8 Bars 5-#8 Bars 2-#8 Bars 

h (in.) 36 36 36 

d' (in.) 2.25 2.25 2.25 

d (in.) 33.25 33.25 33.25 

A' (in2) 6.28 3.93 1.57 

Steel contributing to 10-#8 Bars 10-#8 Bars 10-#8 Bars 
tension chord 2 sets of 2-#4 2 sets of 2-#4 2 sets of 2-#8 

As(total) (in2  8.64 11.00 8.64 

y (in) (centroid of 
3.78 4863.78 

As(total) 

A, (in2) 

h-d-y 8.35 10.25 8.35 
=As(total) 

d -d 

]d= d - d' (in) 31.0 31.0 31.0
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Determine the depth of compression zone (kd) of the singly and doubly reinforced beams 

and column using the equation: 

k= pL+p0'+ n + 2 PL,+$ L 

For the beams the axial load P is zero.  

Table A-16: Determining the Depth of the Compression Zone for Specimen 1.  

f 5.4 Compression Steel Tension Steel Axial Load Elastic Depth 

ksi As' d' , As d b P k kd 

ks_ (in2) (in.) P (in2) (in.) (in.) P (kip) (in.) 
Single 1.57 2.25 0.00197 8.35 33.25 24 0.01046 - 0.307 10.19 
Beam 

Double 6.28 2.25 0.00787 8.35 33.25 24 0.01046 - 0.283 9.42 
Beam I I 

Column 3.92 2.25 0.00492 10.25 33.25 24 0.01284 430 0.394 13.10 

Step 2: Determine C-STM geometry based on Step 1.  

The tension ties (AK and K1K2 in Figure A-3) and compression chords (BH and L1L2 in Figure 

A-3) in the beams and the column are placed along the centroids of the tension and compression 

steel determined in Table A-15. The C-STM geometry is the same in both the singly and double 

reinforced beams. The overhang portion of the specimen is modeled using the single-point Gauss 

truss model as presented in Chapter 3. The position of tie CB is determined based on the 

coefficients for the single point Gauss model. In the beam-column joint region, the ties GF and IH 

are placed along the position of the U-Bars to better represent the specimen. All the dimensions of 

the C-STM are shown in Figure A-3.
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Figure A-3: C-STM Model for C-Beam Specimen 1.  

Step 3: Determine axial rigidities.  

The next step in the C-STM analysis is to determine the axial rigidities of each of the members 

constituting the C-STM model.  

To model the combined response of steel and concrete in the compression chord members, 

the compatibility correction factor is calculated in Table A-17. Based on these correction scalars, 

the modified stress-strain relation of the compression chord is determined.
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Table A-17: Computation of Compatibility Correction Scalar for Specimen 1.  

Singly Reinforced Doubly Reinforced Column 

d'(in.) 2.25 2.25 2.25 

kd (in.) 10.19 9.42 13.10 

fe'(ksi) 5.4 5.4 5.4 

fpE = S0.561 0.575 0.528 
168(1- d'/kd) 

f-'(Psi) 
vP4 = 0.196 0.201 0.185 

480(1-d'|kd ) 

fe'(Psi) 
V = - J:oo(-0)-0.063 -0.064 -0.059 

15 00(1 - d '/kd) 

1 

0.8 

Vpp Ec 
0. 6 -V p Ec 4).  

I.

0.4 
4) 

0.2- EE 0 
U 

0 
E~- C-STM compression chord
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The arch breadth scalar is calculated to determine the area that needs to be assigned to the 

inclined arch and struts in the beam and beam-column joints.  

Table A-18: Computing Arch Breadth Scalar.  

V Vrh-- f PL fy 
Arch _____L__y 

Arch Truss PLfy +PTIYhI cot2a 

Singly Reinforced Doubly Reinforced Column 

d (in.) 33.25 33.25 33.25 

b(in.) 24 24 24 

s (in.) 4.5 4.5 8 

jd (in.) 31.0 31.0 31.0 

0.93 0.93 0.93 

fyfyh (kS) 65 65 65 

As (in2 ) 8.35 8.35 10.25 

Ash (in 2 ) 0.393 0.393 0.393 

PT =AshbWS 0.00364 0.00364 0.00205 

PLAs/bd 0.0105 0.0105 0.0128 

a (degrees) 39.02 39.02 45 

77 0.671 0.671 0.87 (0.75 used) 

Based on the properties computed above and the theory presented in Chapter 3, the axial rigidities 

are computed. The equations used are presented in Table 3-2.
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Table A-19: Axial Rigidities of C-STM Elements: Specimen 1.  

Steel Concrete Comments 

MEMBER E (ksi) A (in2 ) E (ksi) A (in2 ) 

A-E (D) 29000 8.35 4190 226.00 
Tension Chord 

A-E (S) 29000 8.35 4190 245.00 

B-D (D) 29000 6.28 2409 226.00 

B-D (S) 29000 1.57 2351 245.00 Compression Chord 

BC 29000 2.36 4190 162.00 Transverse Steel 

AD - - 4190 240.60 Concrete Arch 

AB - - 4190 110.52 
Concrete Truss 

CD - - 4190 118.14 

E-K (D) 29000 8.35 4190 226.00 
Tension Chord 

E-K (S) 29000 8.35 4190 245.00 

- D-H (D) 29000 6.28 2409 226.00 
Compression Chord 

D-H (S) 29000 1.57 2351 245.00 

FG&HI 29000 0.39 4190 54.00 Transverse Steel 

DK - - 4190 295.92 Concrete Arch 

DG - - 4190 73.64 

DI - - 4190 78.46 
Concrete Truss 

FK - - 4190 78.15 

HK - - 4190 73.90 

JJ 29000 10.25 4190 314.40 Tension Chord 

LL 29000 3.93 2212 314.40 Compression Chord 

Beam: Nh= 6 and beam-column joint: Nh= 2 

(D) Doubly reinforced beam (S) Singly reinforced beam 

Step 4: Determine constituent material properties.  

The stress-strain models used for the members in Phase 1 of Specimen 1 are as follows. The only 

difference for Phase 2 of the specimen is that the concrete tensile strength was reduced to 0.2 ksi 

to account for the minor concrete cracking that had occurred in Phase 1 of the experiment.
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Table A-20: Stress-Strain Models Used for C-STM Members: Phase 1 of Specimen 1.  

Member Stress-Strain Model 
All steel members. 100 

80 
60 
40 
20 

0 
-20 
-40 
-60 
-80 

-100 
-0.04 -0.03 -0.02 -0.01 0 0.01 0.02 0.03 0.04 

Strain 

All concrete members, except the 1 

beam and column compression 0 
-1 

chord members.  
-2 -

AB, CD, GD, ID, FK, HK, AD, -3 

CB, GF,IH, J1J2, and AK. -4 
-5 

-6 I I I I I I 
-0.01 -0.008 -0.006 -0.004 -0.002 0 0.002 0.004 

Strain 

Beam compression chord. 1 

BH 0 
-1 

-2 

u -3 

N -4 

-5 

-6 I I I I I I 

-0.01 -0.008 -0.006 -0.004 -0.002 0 0.002 0.004 

Strain
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Table A-20: Stress-Strain Models Used for C-STM Members: Phase 1 of Specimen 1 

(continued).
Column compression chord.  

L1L2

Softened concrete model for the 

beam-columnjoint concrete arch.  

DK (In Phase 2)

________________________________________________________ I

1 

"I 

a) 

11)

1)

1 

-1 

-2 

-3 

-5 

-6 

-c1.01 -0.008 -0.006 -0.004 -0.002 

Strain

0 0.002 0.004

1 

0 

-1 -

-2 

-3 

-4 

-5 

-6 
-0.01 -0.008 -0.006 -0.004 -0.002 0 0.002 0.004 

Strain
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Computation for C-Beam Specimen 4.

C-Beam Specimen 4 was subjected to moderate amounts of ASR/DEF damage. While the 

procedure for calculating the member and material properties remains the same as in the case of 

Specimen 1, certain modifications are required to account for the effects of ASR/DEF in the 

specimens. The modifications are based on the recommendations made in Chapter 3.  

Step 1. Compute modified material properties to account for ASR/DEF.  

To account for the effects of ASR/DEF on the C-Beam specimens, modified material properties 

are calculated based on the recommendations presented in Section 3.6.5.  

" Diagonal truss concrete: 

Table A-21: Modified Concrete Strength for Concrete Truss 
Members of the C-STM.  

Specimen 4 

ASR/DEF damage level Moderate 

f' (ksi) 4.0 

0.70 

fcASR (ksi)=fc' f2.80 

The stress-strain of the following members (Figure A-3) is modified based on the reduced 

concrete strength of the diagonal truss: AK, AB, CD, GD, ID, FK, HK, CB, GF, and IH.  

" Compute prestress in the beam and column ties: 

Based on the recommendations made in 3.6.5 the prestress in the longitudinal bars and the 

hoops are calculated.
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Table A-22: Prestress in Longitudinal Bars and Hoops Due to ASR/DEF.  

Specimen 4 

ASR/DEF damage level Moderate 

fy =fy (ksi) 65 

Prestress in longitudinal bar (ksi) s .5f= 32.5 

Prestress in hoops (ksi) s= 1 .0 fyh=65 

Knowing the prestress in the ties and the tie area, the prestress force to be applied in the 

C-STM model is computed.  

Table A-23: Prestress Forces Applied to the C-STM Model.  

Prestress Force (kip) 

MEMBER Specimen 4 

A-K 32.5 x.8.35=271.38 

B-H (D) 32.5 x 6.28=204.10 

B-H (S) 32.5 x 1.57=51.03 

BC 65 x 2.36=153.40 

FG&HI 65 x0.393=25.35 

32.5 x 10.25=333.13 

LL 32.5 x-3.93=127.73
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CY) 
CIe 

Q 
Vo

Compute confinement ratio for the beam and the column:

To account for the confinement caused by the swelling of core concrete, the confinement 

ratios are computed for the beam and the column.  

Table A-24: Calculating Confinement Ratio of the Beam.

bc=21"

Ch kd

Specimen 4 

fc' (ks i) 4.0 

kd (in.) 11.20 

4c(in2) = (c + d / 2)xbc 200.70 

Ae (in2) (c +ds / 2)xb - area of shaded region 122.86 

ke = Ae / Ace 0.603 

fix (ksi) 0.176 

fy (ksi) 0.162 

Smallest confining stress ratio fy /f 0.041 

Largest confining stress ratio fL /1 0.44 

K = fc', / )f.'1.28
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Table A-25: Calculating Confinement Ratio of the Column.

18.5" 

b,=21"

44.25"i

Specimen 4 

f' (ksi) 4.0 

kd (in.) 11.20 

A,, (in2)=bcdc 693 

Ae (in 2 )= bcd - area of shaded region 560.85 

ke = Ae / Ac 0.81 

f, (ksi) 0.278 

fly (ks i) 0.219 

Smallest confining stress ratio f / fi' 0.055 

Largest confining stress ratio f, / fc' 0.069 

K = f'C / f' 1.35

Step 2: Compute section properties.  

The steel areas computed in Table A-1 5 for Specimen 1 hold good for Specimen 4 as well.  

However, the depth of compression zone (kd) has to be recalculated to account for the prestress 

forces that are applied on the ties.
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Table A-26: Determining the Depth of the Compression Zone for Specimen 4 With 
ASR/DEF Damage.  

Compression Steel Tension Steel Axial Load Elastic Depth 

As' d' As d b P kd 
(in2) (in) P (in2) (in) (in) _ (kip) k (in) 

Single 1.57 2.25 0.00197 8.35 33.25 24 0.01046 51.0 0.337 11.21 Beam 
Double 

be 6.28 2.25 0.00787 8.35 33.25 24 0.01046 204.1 0.343 11.40 Beam 

Column 3.92 2.25 0.00492 10.25 33.25 24 0.01284 763.1 0.458 15.22 

Step 3: Determine C-STM geometry.  

The geometry of the C-STM remains the same as Specimen 1. However, axial loads are applied at 

the nodes to account for the ASR/DEF effects. The C-STM model for Specimen 4 is shown in 

Figure A-4.

22.08" 

16.17" 

11.75"y 

8" A 

11.25" 

2.75'

2.75"

2.2 

de 
d'4--,44

4.1

31"
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N

L . . ,

20.25" 27" 27"

j

/

/

00

2. 25"

-

72"

108"

Figure A-4: C-STM Model for C-Beam Specimen 4.  
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Step 4: Determine axial rigidities.

The compatibility correction factor for Specimen 4 is recalculated.

Table A-27: Computation of Compatibility Correction Scalar for Specimen 4.  

Singly Reinforced Doubly Reinforced Column 

d' (in.) 2.25 2.25 2.25 

kd (in.) 11.21 11.40 15.22 

fe'(ksi) 4.0 4.0 4.0 

E-(ps0.471 0.469 0.442 
168(1- d'/kd) 

Sf'(psi) 
V/ = 0.165 0.164 0.155 

480(1 -d'/ kd) 

P/o e-=(-)-0.053 -0.053 -0.049 
15 00(1 -- df'/kd) 

The arch-breadth scalar remains the same as in Table A-18. The axial rigidities are 

recomputed based on the modified properties calculated above for Specimen 4.
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Table A-28: Axial Rigidities of C-STM Elements: Specimen 4.  

Steel Concrete Comments 

MEMBER E (ksi) A (in2) E (ksi) A (in2) 

A-E (D) 29000 8.35 4190 273.60 
Tension Chord 

A-E (S) 29000 8.35 4190 269.04 

B-D (D) 29000 6.28 1690 273.60 

B-D (S) 29000 1.57 1698 269.04 CompressionChord 

BC 29000 2.36 4190 162.00 Transverse Steel 

AD - - 4190 240.60 Concrete Arch 

AB - - 4190 110.52 
Concrete Truss 

CD - - 4190 118.14 

E-K (D) 29000 8.35 4190 273.60 
Tension Chord 

E-K (S) 29000 8.35 4190 269.04 

D-H (D) 29000 6.28 1690 273.60 
.Po Compression Chord 
0 D-H (S) 29000 1.57 1698 269.04 

FG&HI 29000 0.39 4190 54.00 Transverse Steel 

DK - - 4190 295.92 Concrete Arch 

DG - - 4190 73.64 

DI - - 4190 78.46 
Concrete Truss 

FK - - 4190 78.15 

HK - - 4190 73.90 

JJ 29000 10.25 4190 365.28 Tension Chord 

LL 29000 3.93 1593 365.28 Compression Chord 

Beam: Nh= 6 and beam-column joint: Nh= 2 

(D) Doubly reinforced beam (S) Singly reinforced beam

160



Step 5: Determine constituent material properties.

Table A-29: Stress-Strain Models for the Elements of the C-STM Model: Specimen 4.  

Member Stress-Strain Model 
All members 160 

-- Actual model 
120 -

80 - Modified model for 
longitudinal steel 

40 - Modified model for 
hoops 

0 
(U 
4; -40 

-80 

-120 

-160 
-0.04 -0.03 -0.02 -0.01 0 0.01 0.02 0.03 0.04 

Strain 

Concrete truss members in 0 

the beam. -1 

AK, AB, CD, GD, ID, FK, -2 

-3 
HK, CB, GF, and IlH.  

.~-4 

-5 

-6 
-0.01 -0.008 -0.006 -0.004 -0.002 0 

Strain 

For remaining concrete 0 

members in the beam. -1 
-2 

- -3 

- -4 

-5 

-6 
-0.01 -0.008 -0.006 -0.004 -0.002 0 

Strain
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Table A-29: Stress-Strain Models for the Elements of the C-STM Model: Specimen 4 
(continued).  

Column members. 0 

-1 -

-2 

4 

-3 

-5 

-6 I I I 
-0.01 -0.008 -0.006 -0.004 -0.002 0 

Strain 

Softened concrete model 0 

for the beam-column joint. -1 

DK -2 

U, -3 

-5 

-6 

-0.01 -0.008 -0.006 -0.004 -0.002 0 

Strain 
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